ML TANIKOIL

Independent Inspection and Testing Company

Certificate o f conformity

Below information is based on our client’s declaration only
We have no liability for the accuracy.

Place & Date of Issuance : ALEXANDRIA, EGYPT ON 11 NOV 2025

Name of Provider : TANKOIL

Our Reference : TNK/1794/25

Description of goods : ROCK SALT IN BULK.

Vessel : MV AMANY QUEEN. o R l G ! NAL
Sample type : COMPOSITE SAMPLE. g

Load port : DAMIETTA PORT, EGYPT.

Operation : LOADING

Sampling date : 05-Nov To 06-Nov-2025

Quantity : 5500 MT

THIS CERTIFICATE COVERS ONLY SPECIFICATION CONTRACTED BETWEEN ABOVE MENTIONED PARTIES AND
CANNOT BE USED UNDER OTHER TERMS

We the undersigned Tankoil group. confirm that we have been appointed to perform sampling of above-mentioned
material during loading operation and the results as below:

Test Method Unit Results
Moisture 0.48
Purity as NaCl ASTM E534/2003 %wt 98.52
Water insoluble Matter 0.56
Colour Off white
Visual -
Appearance Crystals
o Mg sodium
Anticaking Agent (E535) ferrocyanide / kg 20
Size
Below 0.125 4.91
0.125-0.8 mm 29.67
0.8-3.15mm 57.86
EN 16811 -1 %wt
3.15-5.0 mm 6.27
5.0- 6.3 mm 1.29
Over 6.3 mm z

Dated: 11 NOV 2025
Issued by International Independent Inspection Companv
TANKOIL GROUP

PAGE V1

Allanalytical result s reflects the performance of the test, according to the standard(s) listed in the certificate(s), on the analysis sample,
This certificate may only be reproduced in full.

Digitally signed by Balan Valentin
Date: 2026.01.29 14:43:27 EET
Reason: MoldSign Signature
Location: Moldova

MOLDOVA EUROPEANA e
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