CEPTU®UKAT UCNbITAHWUIA Ne 2-1888 ot 15.04.2019

INSPECTION CERTIFICATE
(EN 10204 - 3.1)

MpogomkeHue Ha obopoTte - PTO

Digitally signed by Frasineanu Ala
Date: 2022.06.02 14:00:20 EEST
Reason: MoldSign Signature
Location: Moldova

- |MpoussoanTens: KoHTpakT Ne . [aTta
Producer: Contract 201851 Date s
000 "OM3 KOMUHMET"
LLC "DMZ KOMINMET"
7, Yakhnenkovskaya str. 49023
Dnepr, Ukraine I[lonofiHeHne K KOHTPaKTy:
MoTpebuTens, agpec, cTpaHa: IAddendum to the contract
Consumer, address, country:
IGHIVAN-METAL TOB -
Mongosa, MA-3100, m. Benbuu, Byn. Copokcbka, 6.
®dickanbHuM ko 1011602002849.
[laTta oTrpy3ku
Chip Date 15.04 2019
MatunHa Ne 3aka3 Ne [aTa
Carriage WY Order AB000004261 Date
HaumeHoBaHue npoaykumm CraHnaapt B".'r'a rp;y;.f " ijo:h:rtecgf
Discription of goods Standart pggkage packa;és
Tpybbl CTanbHble 3MEKTPOCBapHbIE NPAMOLLOBHbIE 5
Pipes of steel electrically welded to the straight [T TR T Bundles 2
= Q@ Pasmepbi, MM Kon.tpy6 Kon. Kon-so | Macca, TH
nao":ia m?::& Mapka cTanu Dimensions, mm wr, metpos | naketos | Mass mt
P R TonwwuHa | Onuna Q-ty of Q-ty of Q-ty of HeTTo
L Steel grade CTeHKMU pipes, meters,
ot Ne Heat Ne O.D. of I.D. WT Length pes pe: packages Net
1 619245 3MncC 108 3,00 B
Uroro : 51
Bcero : 5,1
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CEPTU®UKAT UCTMbITAHUM Ne 2-1888 ot 15.04.2019

: INSPECTION CERTIFICATE
(EN 10204 - 3.1)

Pe3ynbTaTbl UCMbITAHWKA Test result
Xumudeckuin coctas % Chemical steel composition
MaccoBas 405 9NemMeHToB, % Element mass fraction, %
NI C |[Mn| Si ) P Cr | Ni |Cu Ti As [Allgslich | Nb Vv Mo N CEV
Heat Ne X X X X X X X X X X X X X X X X
: 100|100 {100 1000 | 1000 |[100]100|100| 1000 | 1000 1000 1000 | 1000 | 1000 | 1000 | 100
619245 17| 36| 2 22 k3 i & i b bl 1 8 3 2 8
MexaHuyeckne CBONCTBa -
Mechanical properties acc. TexHonornyeckue cBonCTsa
EN1SO 68921 EN 1SO 1481 e P
Homep| Homep |rpepen |Mpeaen |YAnuxenne | Temnep. FanoTe | SiNe: 3aru | Hepaspyw.
yaapa Paspaua KOHTPOnb
napTuu| NNaBku | rekyyec. | NPOYH. UCNbIT. Activity of wusaHue Sk Mmaponc
_ Elongation ishosot Flatte- Drift Bend- ructive | MeiTanve
Lot Ne| Heat Ne Yield Tensile Test - ning teai over igbection Hydro-
strength | strength | A L-A 6 temperat KV test EN ISO test EN1%2 46-3 testing
=g0|L =565 150/ |ENISO | =g, o | ENISO Ea %
Krimm2 | Krmm2 | % |y g0 T-°C J 8492 8491 %
1 619245 38,50 45,00 33,00 Boig. Bbia. 100 15

' MNpumeuanue: 1. BuayanbHbiit KOHTPONb, MApPKUPOBKA W ynakoBka 6e3 3amedaHunn.
Note: Visual inspection marking and packing - without remarks.
2. Paamepbl Tpyb B npeaenax AonycKos.
Pipe dimensions are permitted:
3. Mapkuposka Ha Bupke / Marking on bundle tag

YKka3aHHbIE B HACTOALLEM AOKyMEHTe TpyBbl COOTBECTBYIOT M0 KAYECTBY YCOBUAM KOHTPAKTA.
Those in this paper tube is equal to the quality terms of the contract.

Moanuck akcnepta j
Signature expert Losand)
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