
Nanjing Jingning Quality Inspection Company

 TEST REPORT 
1.TEST DATE:  February 10 th,2022
2.NUMBER OF SAMPLES TESTED: 50 PCS
3.APPLICABLE STANDARD:SANDWICH PANNEL SCREW 
4.INSPECTOR:LI JUN

Size
Wooden Thread 

diameter（mm）
Wooden Distance

（mm）

Machine Thread diameter
（mm）

Standard result Standard result Standard result

6,3/5,5х60 (064001) 6.03-6.25mm ACC 1.80mm ACC 5.28-5.46mm ACC

6,3/5,5х80 (064000) 6.03-6.25mm ACC 1.80mm ACC 5.28-5.46mm ACC

Size
Machine Distance

（mm）
Hex （mm） Hex Height （mm）

Standard result Standard result Standard result

6,3/5,5х60 (064001) 1.06mm ACC 7.78-8.0mm ACC 5.95-6.25mm ACC

6,3/5,5х80 (064000) 1.06mm ACC 7.78-8.0mm ACC 5.95-6.25mm ACC

Size
Hex Minimum（mm）

Hex Flange Diameter
 （mm）

Self-Drilling Diameter
（mm）

Standard result Standard result Standard result

6,3/5,5х60 (064001) 8.71mm ACC 10.11-11.00mm ACC 4.85-5.00mm ACC

6,3/5,5х80 (064000) 8.71mm ACC 10.11-11.00mm ACC 4.85-5.00mm ACC

Size
Self-Drilling Length

 （mm）

Standard result

6,3/5,5х60 (064001) 14.50-16.00mm ACC

6,3/5,5х80 (064000) 14.50-16.00mm ACC

REMARK:

1.Test results are in accordance to the standard indicated.

2.ACC-Accept; REJ-Rejected
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