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1 2312876 I BEAMS IPE 160,0 S235JR 292,9 414,8 1,42 29,5 5 78 0,10 0,16 0,79 0,019 0,031 0,000 0,06 0,04 0,03 0,003 0,003 0,003 0,000 0,000 0,006 0,25

DATE: 9.11.2023

REF: 2314986

CUSTOMER: TO WHOM IT MAY CONCERN

MILL TEST CERTIFICATE                                                                                                                                                                                                        

THE INSPECTION CERTIFICATE AS PER EN 10204 CLAUSE 3.1 CONFORMING TO THE DEFINITION IN EN 10168                                                                                                                                                             

1734-2023CERTIFICATE NO:

COMMODITY:      HOT ROLLED STEEL I BEAMS 

WE HEREBY DECLARE THAT THE DESCRIBED GOODS ARE PROCESSED WITHOUT INCORPORATING IRON AND STEEL PRODUCTS ORIGINATING IN RUSSIA OR BELARUS 

AND THAT THE DESCRIBED GOODS ARE IN CONFORMITY WITH EU REGULATION NO. 833/2014 OF 31 JULY 2014 AND ALL SUBSEQUENT AMENDMENTS ACCORDINGLY. 

Raw Materials of Origin Turkey Name of the Mill and Country: Mescier Demir Çelik San. ve Tic. A.Ş. / Kardemir Karabük Demir Çelik San. ve Tic. A.Ş. and Turkey
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