{ R

DA~

TIANJIN GOLDEN BRIDGE

WELDING MATERIALS GROUP INTERNATIONAL TRADING CO.,

LTD.

www. t jgoldenbridge. com

Inspection Certificate Type 3.1 DIN EN10204

Date:01/07,/2024

Quality Management System
IS09001: 2015

Inspection Certificate 3.1
According to ISO 14341-A-G42 4
M21 3Sil

NO. 3890000360676

Commaodity
Trade Modz
Standard Cesignation

JQ.MG50-6
AWS A5.18 (ER70S-6)

MIG/MAG Welding Wire / SCHWEISSDRAHT

ISO 14341-A-G42 4 M21 3Si1

Size 0.8mm(5KG)
Batch No. 24053183
Quantity 3,000.00kg

Chemical Composition in % of Welding Wires

C S Mn Si P Cr Ni Mo Cu \Y Al Ti+Zr
0.077 0.012 1.47 0. 87 0.010 [ 0.025 | 0.011 | 0.006 0.12 0.001 | 0.007 0. 003
Mechanical Properties of Deposited Metal
Tensile Test According To: ISO 5178
Impact Tes: According To: ISO 9016
: Percentage
Tensile Strength Y'eFLd 5;r:0nzgth Elongation After [ Impact Temp. Absorbed Shislding Gas
Rm (MPa) suing Fracture A (L=| T (C) Energy KVz (J) 9
(MPa)
5D) %
551 443 27.0 -40 84. 79. 89 M21

Radiographic Inspection: Rating |
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Remarks |Standard DIN 79
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Digitally signed by Dragos Costel
Date: 2025.02.11 11:50:21 EET
Reason: MoldSign Signature
Location: Moldova
[MOLDOVA EUROPEANA |
Post Code 300300 Post Code 300300

E-mail export@tjgoldenbridge.com

Add: No.1 liujing Road,Dongli Economic Development Area, Tianjin,China

E-mail export@tjgoldenbridge.com
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