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MILL TEST CERTIFICATE ER 0086 CPR 784543 e e st
ITA:Ir:efQSOI 2362?4::' ggazl:)e:;? 0513 SolakcNoiSlA Gebze Kocacll Miisteri Adi ve Adresi: LLC METALICA-ZUEV EN 10219 NO: 2797 CPR 795327 ::::;:t: 'I’\'lzr:: i.(/:ce:::: :geD,:;im ériljziﬁgﬁi;zooa/s, 1
Fax :+90 216 515 48 86 Name and Address of the Customer. MD-2028, Moldova, Chisinau st. G. Asaki, 62 - 22 Satis Belgesi/Order No SSPA-017163
eb rurww sonmezlermetal com EN 10219 DOP NO: SNM.DOP.001 Sefer Numarasi/Shipment No EIR749
Uriin Bilgisi ve Testler/Product Information and M Tests
Sira Tip Ebat Barkod Dskiim ‘ Lot No Uretim Normu Kalite Ys Ts E N. Bolgesi N. ekli '1E ‘ZE I§ A‘s T N.Sekii [N.Genigligi|  HT TT'JE
Item Type Size Barcode Heat Production Norm Steel Grade N/mm? N/mm? % S. Location S.Type 5 3 3 3 °c S.Type S.width BAR Sec.
1 20.0 mm Plaka| 1500x6000 [ B000415595 | UR20-065892 12750 SSPA-017163 UR20-065892-002-001 S235JR 298 454 30,9
2 20.0 mm Plaka| 1500x6000 | B000415612 | UR20-065892 5670 SSPA-017163 UR20-065892-002-002 S235JR 298 454 30,9
3 20.0 mm Plaka| 1500x6000 [ B000416534 | UR20-066160 2830 SSPA-017163 UR20-066160-002-001 S235JR 298 454 30,9
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Kimyasal ve Diger Testler / Ch | and Other Tests
Sira Barkod c Si S Mn P Al Cr Mo Ni Cu N Ti v Nb Ceq CEIW CEPCM Heat Treatment vbe eT 8D EX Non Destructive Testin 5
Item Barcode % % % % % % % % % % % % % % % % % Type Temp. ECT ut PA
1 B000415595 0,16 0,01 0,013 0,95 0,014 0,02 0,005 0,01 0,06 0,001 0,003 0,002 0,330
2 B000415612 0,16 0,01 0,013 0,95 0,014 0,02 0,005 0,01 0,06 0,001 0,003 0,002 0,330
3 B000416534 0,16 0,01 0,013 0,95 0,014 0,02 0,005 0,01 0,06 0,001 0,003 0,002 0,330
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G :lyilGood WS: Kaynak Dikisi/Weld Seam EN 10219-1 CE Kapsam/Scope:

YS :Akma Muk./Yield Strength(N/mm~2)

TS :Gekme Muk./Tensile Strength(N/mmA2)

E :Uzama/Elongation (%)

B: Havsali/ Bevelled

VDC: Gérsel Kontrol/ Visual&Dimensional Check
EX: Genisletme/ Expanding

HT: Hidrostatik Test/ Hydrostatic Text(Bar)

IE :Darbe Enerjisi/impact Energy

TT :Test Sicakligi/ Test Temp.for Impact Testing
HT TIME: Saniye/ Second

FT: Yassiltmal Flattannin

BD: Bilkme/Bending

FB: Tiim Gévde/Full Body

M: Markalama/Marking
PIA/PPB: Paket ici adet/Pieces per bundle
L: BoyunalLongitudinal

T: Enine/Transwerse

WS: Kaynak Dikisi/Weld Seam
ECT: Eddy Current Test

UT: Ultrasonic Test

PA: Phased Array

F: Diiz/Flat

P: Boru/Pipe

20mmX20mm’ den - 120mmX120mm 'ye kadar,

Kalinlik 1,50 mm'den 6 mm'ye kadar kare profil

From 20mmx20mm up to 120mmx120mm

Thickness: from 1,50mm up to 6mm square profile
10mmX30 mm ‘den 100x150 mm'ye kadar,

Kalinlik 1,50 mm'den 6 mm'ye kadar diktérgen profil
From 10mmx30mm up to 100mmx150mm

Thickness: from 1,50mm up to 6mm rectanguler profile
@ 19mm’den -@ 165,1mm'ye kadar

Kalinlik 1,50 mm'den 6 mm'ye kadar kare profil dairesel profil
From @ 19mm ©165,1 mm

Thickness: from 1,50mm up to 6mm circuler profile

Onay/Approved By

Kalite MOdUr/Quality Manager
0BUZ KEMAL ONER
oguzoner@sonmeziermetal.com.tr

Bu Sertifika SONMEZLER METAL DEMIR GELIK iINS SAN VE TiC. A.$. tarafindan iiretilen standartlara ve siparis kontratina uygun oldugunu teyit ederiz.
These results are certified by SONMEZLER METAL DEMIR CELIK iNS SAN VE TiC. A.S. and compl with the requirements of the product description.
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