MITAN Mineraldl GmbH
Industriestrale 8
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Tel.: 05462-7470-50

MITAN

Empfanger / Recipient:

MITANOL GmbH
Industriestraflle 8

49577 Ankum

Werkszeugnis 2.2 gemafld EN 10204
Certificate of Analysis

Artikel / Iltem | Mitanol 85W-90 LS Zertifikat Nr. / | 20250227-0001
Certificate nr.
Artikel Nummer / | M010931 Test Datum / | 27.02.2025
Item number Test Date
lhre Referenz / Seite / Page | 1/1
Your Reference
Unsere Referenz /
Our Reference
Spezifizierte Prifung Prifmethode Prifergebnis e
Specified characteristic Test method Test result
Dich i 15°
ichte bei 15°C DIN EN ISO 12185 890 kg/m?
Density at 15°C
Kinematische Viskositat bei 40°C
. o . DIN 51562-1 156 mm2/s
Kinematic Viscosity at 40°C
Ki tische Viskositat bei 100°C
!nema !SC .e IS_ osfiat bel DIN 51562-1 16,2 mma2/s
Kinematic Viscosity at 100°C
Viskositatsi
iskositatsindex DIN 1SO 2909 109 -
Viscosity Index
Flammpunkt
DIN EN ISO 2592 212 °C
Flash Point (COC)
Pour Point ASTM D 7346 -21 °C
Test Parameter Method Result Dimension
RFA Phosphorus ASTM D 4927:2015 1480 mg/kg
RFA Calcium ASTM D 4927:2015 160 mg/kg
RFA Zinc ASTM D 4927:2015 n/a mg/kg
RFA Molybden ASTM D 4927:2015 n/a mg/kg
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The aforementioned data shall constitute the agreed contractual quality of the product at the time of passing of risk. The data are controlled at regular intervals as part of our

quality assurance program. Neither these data nor the properties of product specimens shall imply any legally binding guarantee of certain properties or of fitness for a
specific purpose. No liability of ours can be derived therefrom.
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