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i WMeHK Anekcest AnekceeBuya Yraposa”
"Alexey Ugarov OEMK"
CepTuthurar kayecraa {CBunerenscreo o NPUWEMOYHOM “CNBLITAHKM)
Quality certificate (Inspection certificate)
Ne 0842524 Or / Dated 02.10.22 inspection certificate EN 10204 3.1
Mponssogurens / Producer [pyzononyyarens / Consignea
AKLAOHEPHOS oliscrao "Ockonbokai BNEKTPOMETANNY DIUYE KNG AO "METANNCEPBUC”
ROMBUHAT UMeHn Anexces Anekceesuua Yraposa" 00187895 "Alexey Pocous 643

Ugarov QEMK" 00187805

309515, Pocous, Banropogesan ofnacTs, ropoa Crapei Oixn,
NPOCRET Anekces Yraposa, som 218, ananue 2

Alexzy Ugaroy OEMEK, pr.Alexeya Ugarova 218/2, 309515
Belgeud region, Stary Osksl, Russia

Russian Fed,

YTK/ Quality control department
Tenedion / Telephone: {4725) 37-59-40
E-mail: kostrykina@oemik.ry

v . — e S ———— —— —— B
Crpana-npokasonurent / Producer “ountry  Poccwiickas ©egepauus / Russian Federalion
Crpana Hasnavenus / Counlry of destinalion Poceus / Russian Fed.

Bug tparcnopta / Type of transport BareH / Railway car Tpakenopr / Transport Ne 56950439
Kowrpakr / Contract Ot/ Dated Bu/iSy O7/Dated  Haw HOMER sakasalnasnyun [ "Alsxey Ugarov OEMK®
MCC/OE-213G60 19.04.2022 612201 / 340

Ne rinaekv / Heat number 12948

Ne napThn / Lot number 12

[ Marepuan DOPMA WIRSNUA, PAIMERET, MM YCHOBUA nocTasam IMacca,‘r " Buj ynakoskn | Kor-ao LiseTHan mapkvposka |
Material Shape of production, size, mm  |Technical s;;e,ciﬁcaiiﬁng Welght,t | Package type Quanlity Color code |
- f

30.325 | navyka / bundie 7 | HeTpeByeren i nol !

L 45 | RPTRound | 40 [ MA'8000 |~ TOCT 1050-2013

l____required

Texnnseckne TpeSoearn / Technical requirements

Knace kpususHel IV KRACC
TBRPAOTL & COCTORHWM NoLT anKn TB1

BapuanT MexaHuieckux ceoicTs M1

TOUHGCTE NPORATH B1

HI Ha coprament rOCT 25890-2008
KavecTeo nosepxrocTiv rpynna 2m

AMMUYECKUI cocTas | Chemical composition

b 048 | Ly,
N Y I S %
L 0.03 L. 0.02 | :
Tun uenwimasm Haumenosanne Wenniranig Eq. am, Ne npoBei  Ne sHavenn  Pe3yioTar HonCman
Properties Test type Unit of measure Nz specimen Ne value Test result
Mesannuecsve cagnorea TBEPADCTH B COLTORNM NDCTABT HB 01" 1 187
Mechanical properties Hardness as deliverad 2 191
3 185
ﬂpenan‘!&xyue:m P e Fram
Yield stranglh Niim»2
BpemenHde conpotianenve Hika . ham 01 1 &6
T’ensiia strenglh N/mma2 B .
DTHOCHTENBHOS YANUHEHWE % 01 1 23
Elangation b . - - e . .
OTHoCUTENLHOR Cynonie % 01 1 45
_Reduction of area e Ll = ; 2 §
MaspocTpystyba OFas ousrka MaKpOCTPYKTYPSI o o1 1 Y/ SATISFACTORY
Macrostruclure Macrostructure evaluation _ ) A
Coobluenin ans noTpeBurens Cnoeob BLinnassm crany =i o1 1 — T Brertponeun
Additional infurmation Steel meiting methadg ] ) g
Bapnakt ynaxorky S0 1 BY-2
backage aplion i ) Y = —
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