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Ha3sa nignpuemcrsa nnasku Ta NposeaeHHs onepaii 3 06po6ku: NPUBATHE AKUIIOHEPHE TOBAPUCTBO "KAMET-CTAND"
Name of the facility of melting and processing operations: PRIVATE JOINT-STOCK COMPANY "KAMET-STEEL"

Bup csigoyrsa npo sunpobysauns /
Type of inspection document

<% METIHBECT

CEPTUOIKAT AKOCTI
INSPECTION CERTIFICATE
Ne¢ 43492 ot / DATE 29.08.2024

EN 10204:2004, TN 3.1

MicuesHaxogKenHaYkpaina, 51925 [QHinponetposcbka obn.
m.Kam axcexe, syn.Cobopra,186.
InenTudikauimnmni xon:05393085,INH 053930804037
IBAN UA633348510000000002600339235 8 AT "MYMB™
Ten.:(0569) 58-91-49. E-mail office.kamet-
steel@metinvestholding.com

Legal address Ukraine,51925,Dnipropetrovsk Oblast,
Kamianske,Soborna str., 18b.

Identification code 05393085.Tax number 053930804037.
IBAN UA633348510000000002600339295 JSC "FUIB
Tel (0569) 58-91-49 E-mail office.kamet-
stesl@metinvestholding.com

[Binnosiamicts cuctemmn meHemenTy AKocTi BiuMoram crapapTy ISO 9001:2015 npy supoBHALTSI Ta peaniaanil MaTanypriftHol NPOAYKUIl NIATBEpAXeHo opraHom 3 cepTudmkauit TUV AUSTRIA GMBH, Deutschstralle
10, A-1230, Wien, www.tuv.at. Ceprudixar N 20100223015115 sin 18.08.2023./ The compliance of the Quality Management System with the requirements ofEN ISO 9001:2015 for production and sales of steel
products has been confirmed by the certification body TUV AUSTRIA GMBH, Deutschstrale 10, A-1230, Wien,www.tuv.at. Certificate No. 20100223015115 dated 18.08.2023

3amosHuk / Customer

3aBopcbKe 3amoBnenHa Ne /
Production order

Dorosip, konuTpakr Ne: / Contract

N2 TpancnoptHoro 3aco6y / RW-car

Kpaina npusnavennn / Country of
destination

TOBAPVCTBO 3 OBMEXXEHOIO BIANOBIAANBHICTIO "METIHBECT-CMU" / LIMITED LIABILITY COMPANY "METINVEST- |

SMC"

1650011 3amosnenns N2 / Order Ne

MKE-1374421/12/20 Bip / date 16.12.2020

62466461
Mongaeis / Moldova

429012-1024

Cneuudikayin N2 / Specification Ne 275

N2 nota / Lot

HanimenyBanHua npoaykuyii: /
Description of goods

MNpokar apmatyphuii /reinforcing steel bars

HA na mapky crani / ND for steel
grade

-

HT] na npogykuito / standards and
technical documentation for
products:

)iCTV 3760:2019/DSTU 3760:2019 e

HTA / Standart

2
ACTY 3760:2019/DSTU 3760:2019

Mapkysannsa / Marking

Kneiimo / Hard stamp

Kinbkicrs Maca

NMnaeka N2 / Heat H: Mep napTil / Knac/ Class mf ;a[;‘il::;’;tr, MA}:/B:::;:’.‘, n':::':ypl YKT3ER/ Taric |  vosapy wr. / Bara'::;';o. v Sepe, vl
ot number nm mm NeBundie code Quantity net Mass
of goods gross
413013 1417 A500C 12,0 12 000 1 721420 il 4,583 4,603
413013 1417 A500C 12,0 12 000 2 721420 1 4,570 4,590
413013 1417 A500C 12,0 12 000 3 721420 1 4,593 4,613
413013 1417 A500C 12,0 12 000 4 721420 1 4,591 4,611
413013 1417 A500C 12,0 12 000 5 721420 1 4,614 4,634
413013 1417 A500C 12,0 12 000 6 721420 1 4,599 4,619
413013 1417 A500C 12,0 12 000 7 721420 1 4,570 4,590
413013 1417 A500C 12,0 12 000 8 721420 1 4,558 4,578
413013 1417 A500C 12,0 12 000 9 721420 1 4,579 4,599
413013 1417 A500C 12,0 12 000 10 721420 1 4,595 4,615
413013 1417 A500C 12,0 12 000 11 721420 1 4,718 4,738
413013 1417 A500C 12,0 12 000 12 721420 1 5,291 5,316
442518 1418 A500C 12,0 12 000 10 721420 1 4,420 4,440
442518 1418 A500C 12,0 12 000 19 721420 4 4,561 4,581
Bcboro 3a ceprudixatom/in total under the cg 64,842 65,127

Bunnaeka/Steelmaking process KonseprepHa/Basic oxygen
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CEPTUDIKAT AKOCTI
INSPECTION CERTIFICATE
Ne 43492 ot / DATE 29.08.2024

C.2wm32¢./Page 2 of 2 pages

H

Wramn 3xkcnepra/Surveyor's stamp

202423000652043492 02 111653 29.08 2024 1116 53 Nposemrs CopTuéuat Moo Ha CaFTe metinvest 10 (xogosoe wicso 0235077964%)

&
Koutponep 8 8UpoBHMYTSI 4o|
meTanie. Bifain TexHIYHOro Kol ’{po 0. ¢

Mm.n.

M vacTKa ximi i8 no y i i npobu, % /Mass fraction of ch I el ts according to melting analysis of a a bucket sample, %
""a;::‘"g e Mn si s P cr Ni Cu Ti Al As N Mo v Nb B Sn | Ceq
413013 | 0,216 | 0,62 | 0,12 | 0,018 | 0,013 | 0,08 | 0,04 | 0,04 0,002 | 0,002 | 0,008 | 0,005 | 0,002 0,002 | 0,34
442518 | 0,173 | 0,83 | 0,25 | 0,015 | 0,018 | 0,07 | 0,03 | 0,07 0,001 | 0,002 | 0,009 | 0,005 | 0,002 0 0,007 | 0,33
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b= o o 4
1417 622/ 620/ 632 514/ 526/ 540 24,5/ 23/ 23 10,1/ 10,2/ 10,3 1,21/ 1,18/ 1,17 ya. 0,072/ 0,075
1418 632/ 632/ 615 545/ 524/ 517 22,5/ 23,5/ 23 11,3/ 11,1/ 11 116/ 1,2/ 1,19 ya. 0,074/ 0,069
Mpumeuanue:

Mpumeyarne: TOBAP CEPTUGIKOBAHWUIA. CEPTUOIKAT Ne UA.033.0063-23MMponyxuin supobnera B Yxpaini 63 BUKOPUCTAHHA POCICHKOT cnpéauuu \ The product is produced in Ukraine
without using russian raw materials». i
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