
 

ÇAYIROVA boru MILL TEST CERTIFICATE 
MERKEZ: Rıhtım Caddesi No:44 Kadıköy - İSTANBUL ACC.EN 10204 / 3.1 
FABRİKA:Osmangazi Mah. Aşıroğlu Cad. No:170 Darıca-KOCAELİ 
Web Adresi: www.cayirovaboru.com 
Tel :(0216) 418 10 00/10 Faks :338 26 70 
Tel :(0262) 653 61 30 (5 Hat) 

Fax :(0262) 653 61 35 – 653 61 36 

 
CUSTOMER 

   
 
: 

 
FPC SANTARM SRL 

    

ORDER     : 2312220       

CERTIFICATE NO    : 0000007649      

DATE     : 05.09.2023      

PAGE     : 1       

COMMODITY    : ERW STEEL TUBES     

SPECIFICATION    : EN10217-1 P235TR1 /EN10240 A2 6 m. GPE  
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23111716 42.4X3.00 6.0 EN10217-1 P235TR1 GPE 140 2/70 840 2510 **** OK OK **** OK **** ET **** **** **** **** OK **** OK **** **** **** **** **** **** **** **** **** **** **** 

23334578 88.9X3.00 6.0 EN10217-1 P235TR1 GPE 216 9/24 1296 7825 **** OK OK **** OK **** ET **** **** **** **** OK **** OK **** **** **** **** **** **** **** **** **** **** **** 

23223450 88.9X3.00 6.0 EN10217-1 P235TR1 GPE 72 3/24 432 2595 **** OK OK **** OK **** ET **** **** **** **** OK **** OK **** **** **** **** **** **** **** **** **** **** **** 
         12930                          
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Hydrostatic Test 

Pressure&Duration 

MECHANICAL PROPERTIES CHEMICAL COMPOSITION Carbon Equivalent 
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Heat Analysis % 
 

Product Analysis % 
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C Si Mn P S Ti Cu Ni Cr Mo V Nb N Al C Si Mn P S Ti Cu Ni Cr Mo V Nb N Al 

 BAR s N/mm² %     

23111716 70 5 P RT L **** **** **** 378 315 38               0,051 0,014 0,550 0,009 0,013 0,001 0,050 0,048 0,025 0,004 0,002 0,001 0,007 0,049 **** 0,16 0,35 

23334578 70 5 P RT L **** **** **** 365 290 43               0,056 0,031 0,179 0,011 0,007 0,001 0,085 0,052 0,030 0,005 0,003 0,001 0,006 0,060 **** 0,10 0,35 

23223450 70 5 P RT L **** **** **** 365 285 42               0,050 0,026 0,179 0,011 0,007 0,001 0,084 0,048 0,032 0,005 0,003 0,001 0,006 0,056 **** 0,10 0,35 
                                   

WE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTANCE. 

 
Water well casing usage is not acceptable. 

                                      

Ayşe Çakır 

Laboratory Technician Orientation = L (longitudinal) ,Q (transverse) / Shape = C (cylindric) , P (prismatic) / Yield Strength= Rp0.2                              

CEV =C+(Mn/6)+((Cr+V+Mo)/5)+((Ni+Cu)/15)                                      

  This certificate is prepared in electronic data system and having validity without signature in accordance with item 5 of EN 10204 standard.                       

   
NDT test are performed according to EN ISO 10893-11 U3/U3H (UT), EN ISO 10893-2 E3/E3H (ET). 

                          

 

FR.KAL.15.02 / Rev.1.0 / 07.06.2019 

 

 

 

http://www.cayirovaboru.com/


OP4.F16 / 19.10.2020  

 

 
CENTER: Rıhtım cad. No:44 Kadıköy, İSTANBUL / TÜRKİYE 
T: +90 216 418 10 00 
GEBZE FACTORY: Barış mah. Koşuyolu cad. No: 12 Gebze, KOCAELİ / TÜRKİYE 
T: +90 262 648 68 00 
Web Adresi: www.yucelboru.com.tr 

MILL’S TEST CERTIFICATE 
( ACC. TO EN 10204 / 3.1 ) 

Yücel Boru ve Profil Endüstrisi A.Ş. 

 

Customer FPC SANTARM SRL Order/PO SNM1 2318765-1 Date 19.09.2023 

Sending KARAYOLU Report 01708746 Page 1/1 

INSPECTION AND TEST RESULTS 

MECHANICAL PROPERTIES / CHEMICAL ANALYSIS 
 IMPACT ENERGY (Joule)  

Size x 

Thickness 

(mm) 

Length 

(m) 

Bundle 

Ref.No. 

PCS Meter 

(m) 

Weight 

(Kg) 

Product Quality Tensile 

Strength 

(N/mm2) 

Yield 

Strength 

(N/mm2) 

Elong 

(%) 

TEMP 

(˚C) 

1 2 3 AVG C 

% 

Si 

% 

Mn 

% 

P 

% 

S 

% 

Ni 

% 

Cr 

% 

Mo 

% 

V 

% 

Cu 

% 

Al 

% 

Ti 

% 

Nb 

% 

N 

% 

B 

% 

Ceq 

% 

NDT Type Heat 

Number 

Dimension 

ControlStandard 

57x3.0 6 7123017577 37 222,0 810 CHS S235JRH 430 370 27 - - - - - 0,045 0,011 0,190 0,018 0,020 0,120 0,100 0,020 0,002 0,490 0,030 0,002 0,001 0,008 0,000 0,142 OK HR 23205542 EN 10219-1:2006 

57x3.0 6 7123017571 37 222,0 811 CHS S235JRH 433 376 28 - - - - - 0,056 0,013 0,232 0,020 0,022 0,128 0,170 0,022 0,001 0,490 0,054 0,001 0,001 0,008 0,000 0,174 OK HR 23104970 EN 10219-1:2006 

57x3.0 6 7123017572 37 222,0 811 CHS S235JRH 433 376 28 - - - - - 0,056 0,013 0,232 0,020 0,022 0,128 0,170 0,022 0,001 0,490 0,054 0,001 0,001 0,008 0,000 0,174 OK HR 23104970 EN 10219-1:2006 

57x3.0 6 7123017573 37 222,0 813 CHS S235JRH 422 365 28 - - - - - 0,048 0,013 0,216 0,018 0,015 0,121 0,139 0,020 0,002 0,474 0,031 0,001 0,001 0,008 0,000 0,156 OK HR 23305489 EN 10219-1:2006 

57x3.0 6 7123017574 37 222,0 811 CHS S235JRH 422 365 28 - - - - - 0,048 0,013 0,216 0,018 0,015 0,121 0,139 0,020 0,002 0,474 0,031 0,001 0,001 0,008 0,000 0,156 OK HR 23305489 EN 10219-1:2006 

57x3.0 6 7123017575 37 222,0 810 CHS S235JRH 422 365 28 - - - - - 0,048 0,013 0,216 0,018 0,015 0,121 0,139 0,020 0,002 0,474 0,031 0,001 0,001 0,008 0,000 0,156 OK HR 23305489 EN 10219-1:2006 

57x3.0 6 7123017576 37 222,0 814 CHS S235JRH 422 365 28 - - - - - 0,048 0,013 0,216 0,018 0,015 0,121 0,139 0,020 0,002 0,474 0,031 0,001 0,001 0,008 0,000 0,156 OK HR 23305489 EN 10219-1:2006 

 

 
 Laboratory Technician Quality Chief 

WE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE SPECIFICATION AND 

THE RESULTS OF ALL TEST ARE ACCEPTANCE. 

This certificate is prepared in electronic data system and having validity without signature in accordance with item 5 of EN 10204 standart. 

Haydar Kara Aykut Ovacıklıoğlu 

 

http://www.yucelboru.com.tr/




 

ÇAYIROVA boru MILL TEST CERTIFICATE 
MERKEZ: Rıhtım Caddesi No:44 Kadıköy - İSTANBUL ACC.EN 10204 / 3.1 
FABRİKA:Osmangazi Mah. Aşıroğlu Cad. No:170 Darıca-KOCAELİ 
Web Adresi: www.cayirovaboru.com 
Tel :(0216) 418 10 00/10 Faks :338 26 70 
Tel :(0262) 653 61 30 (5 Hat) 

Fax :(0262) 653 61 35 – 653 61 36 

 
CUSTOMER 

   
 
: 

 
FPC SANTARM SRL 

    

ORDER     : STM-4 242490      

CERTIFICATE NO    : 0000008145      

DATE     : 23.08.2024      

PAGE     : 1       

COMMODITY    : ERW STEEL TUBES     

SPECIFICATION    : EN10217-1 P235TR1 /EN10240 A2 6 m. GPE  
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RA02515 165.1X3.50 6.0 EN10217-1 P235TR1 GPE 40 4/10 240 3339 **** OK OK **** OK **** ET **** **** **** **** **** **** OK **** **** **** **** **** **** **** **** **** **** **** 

RK11389 165.1X3.50 6.0 EN10217-1 P235TR1 GPE 10 1/10 60 831 **** OK OK **** OK **** ET **** **** **** **** **** **** OK **** **** **** **** **** **** **** **** **** **** **** 
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Hydrostatic Test 

Pressure&Duration 

MECHANICAL PROPERTIES CHEMICAL COMPOSITION Carbon Equivalent 
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Heat Analysis % 
 

Product Analysis % 
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C Si Mn P S Ti Cu Ni Cr Mo V Nb N Al C Si Mn P S Ti Cu Ni Cr Mo V Nb N Al 

 BAR s N/mm² %     

RA02515 70 5 P RT L **** **** **** 419 320 33               0,078 0,012 0,355 0,013 0,009 0,001 0,269 0,073 0,089 0,016 0,003 0,002 0,010 0,022 **** 0,18 0,35 

RK11389 70 5 P RT L **** **** **** 410 280 34               0,145 0,009 0,820 0,014 0,009 0,001 0,052 0,021 0,022 0,005 0,002 0,002 0,005 0,038 **** 0,29 0,35 
                                   

WE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTANCE. 

 

Water well casing usage is not acceptable. 

                                      

Ayşe Çakır 

Laboratory Technician Orientation = L (longitudinal) ,Q (transverse) / Shape = C (cylindric) , P (prismatic) / Yield Strength= Rp0.2                              

CEV =C+(Mn/6)+((Cr+V+Mo)/5)+((Ni+Cu)/15)                                      

  This certificate is prepared in electronic data system and having validity without signature in accordance with item 5 of EN 10204 standard.                       

   
NDT test are performed according to EN ISO 10893-11 U3/U3H (UT), EN ISO 10893-2 E3/E3H (ET). 

                          

 

 

FR.KAL.15.02 / Rev.2.0 / 21.11.2023 

 

 

 

http://www.cayirovaboru.com/




 

ÇAYIROVA boru 
             

MILL TEST CE RTIFI CATE 
           

 
CUSTOMER : FPC SANTARM SRL 
ORDER : STM-22 2419810 
CERTIFICATE NO : 0000008986 
DATE : 18.12.2024 
PAGE : 1 
COMMODITY : ERW STEEL TUBES 
SPECIFICATION : EN10217-1 P235TR1 /EN10240 A2 6 m. GPE 

MERKEZ: Rıhtım Caddesi No:44 Kadıköy - İSTANBUL             ACC.EN 10204 / 3 .1             

FABRİKA:Osmangazi Mah. Aşıroğlu Cad. No:170 Darıca-KOCAELİ                           

Web Adresi: www.cayirovaboru.com                             

Tel :(0216) 418 10 00/10 Faks :338 26 70                             

Tel :(0262) 653 61 30 (5 Hat)                             

Fax :(0262) 653 61 35 – 653 61 36                             
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24338509 60.3X3.00 6.0 EN10217-1 P235TR1 GPE 204 4/51 1224 4837 **** OK OK **** OK **** ET **** **** **** **** OK **** OK **** **** **** **** **** **** **** **** **** **** **** 

24338509 60.3X3.00 6.0 EN10217-1 P235TR1 GPE 1 1/1 6 23 **** OK OK **** OK **** ET **** **** **** **** OK **** OK **** **** **** **** **** **** **** **** **** **** **** 

24602238 88.9X4.00 6.0 EN10217-1 P235TR1 GPE 144 6/24 864 6304 **** OK OK **** OK **** ET **** **** **** **** OK **** OK **** **** **** **** **** **** **** **** **** **** **** 

24602244 88.9X4.00 6.0 EN10217-1 P235TR1 GPE 48 2/24 288 2066 **** OK OK **** OK **** ET **** **** **** **** OK **** OK **** **** **** **** **** **** **** **** **** **** **** 

24306527 114.3X3.50 6.0 EN10217-1 P235TR1 GPE 57 3/19 342 3388 **** OK OK **** OK **** ET **** **** **** **** OK **** OK **** **** **** **** **** **** **** **** **** **** **** 

RA07660 114.3X3.50 6.0 EN10217-1 P235TR1 GPE 95 5/19 570 5562 **** OK OK **** OK **** ET **** **** **** **** OK **** OK **** **** **** **** **** **** **** **** **** **** **** 
         22180                          
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Hydrostatic Test 

Pressure&Duration 

MECHANICAL PROPERTIES CHEMICAL COMPOSITION Carbon Equivalent 
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Heat Analysis % 
 

Product Analysis % 
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C Si Mn P S Ti Cu Ni Cr Mo V Nb N Al C Si Mn P S Ti Cu Ni Cr Mo V Nb N Al 

 BAR s N/mm² %     

24338509 70 5 P RT L **** **** **** 375 269 43               0,062 0,019 0,580 0,015 0,005 0,001 0,037 0,029 0,029 0,005 0,002 0,001 0,007 0,035 **** 0,17 0,35 

24338509 70 5 P RT L **** **** **** 375 269 43               0,062 0,019 0,580 0,015 0,005 0,001 0,037 0,029 0,029 0,005 0,002 0,001 0,007 0,035 **** 0,17 0,35 

24602238 70 5 P RT L **** **** **** 367 264 43               0,067 0,011 0,414 0,010 0,009 0,001 0,026 0,014 0,017 0,005 0,002 0,001 0,004 0,043 **** 0,14 0,35 

24602244 70 5 P RT L **** **** **** 364 285 39               0,066 0,011 0,409 0,009 0,008 0,001 0,026 0,014 0,017 0,005 0,002 0,001 0,004 0,043 **** 0,14 0,35 

24306527 70 5 P RT L **** **** **** 409 341 34               0,055 0,016 0,211 0,013 0,017 0,001 0,298 0,096 0,130 0,023 0,003 0,001 0,008 0,044 **** 0,15 0,35 

RA07660 70 5 P RT L **** **** **** 390 322 38               0,061 0,015 0,234 0,009 0,008 0,001 0,214 0,082 0,061 0,021 0,003 0,001 0,007 0,030 **** 0,14 0,35 
                                   

WE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCE WITH ABOVE SPECIFICATION AND THE RESULTS OF ALL TEST ARE ACCEPTANCE. 

 

Water well casing usage is not acceptable. 

Orientation = L (longitudinal) ,Q (transverse) / Shape = C (cylindric) , P (prismatic) / Yield Strength= Rp0.2 

CEV =C+(Mn/6)+((Cr+V+Mo)/5)+((Ni+Cu)/15) 

 

Ayşe Çakır 

Laboratory Technician 

This certificate is prepared in electronic data system and having validity without signature in accordance with item 5 of EN 10204 standard. 
 

 
NDT test are performed according to EN ISO 10893-11 U3/U3H (UT), EN ISO 10893-2 E3/E3H (ET). 

 

 

 

FR.KAL.15.02 / Rev.2.0 / 21.11.2023 

http://www.cayirovaboru.com/
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