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O'PROGRtrSS" JSC
STARA ZAGORA

ISO 900'1 :2015
ISO 14001:2015
ISO 45001:2018

OUALITY CERTIFICATE
J\! s88/ 20.11.2020

According to EN 10204 pct 3.1

CliCNt: |JTABEOITAPCTPOII AA
Detail: rlvryueu Nrocl'oB orRoAI{rITe.n (D150
'l'ype: EN-G.IL-200

EN 1561 :2011

ANALYSIS RESULTS:

Hardness, HBW BAC EN ISO 6506-1 :2014 194+202

Crp1,r<rypa
N4icrostnrcture

EN ISO 945-l: 2018
focT 3443- 87

Pearlite

f[xocr Ha orr,r]
Tensile strength

EN ISO 6892-l:2016
Rm / MPa

209

CHEMICAL ANALYSIS %
..SPECTRO"

Lab. i\} /
Date

induction
furnace / charge

No

C Si Mn P S Cu

3228 C
16.11.2020

55 tr-82
AFL

3,3 6 2,04 0,61 0,043 0,021 o rl

20.11.2020 Stara Zagora
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