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TEST REPORT uob No/Report No TR484583 RV1

(( DAKKS
G-PL- 11160-01-00

Date:18 June 2013 Page 10f9

FORM MAKINA VE AKSAMLARISANTICLTD ST

TEL: .
FAX: .

Iog oot Ciodem Red

The following sample(s) was /were submitted and identified by'on behalf of the chents as:

Sample Submitted By FORM MAKINA VE AKSAMLARI SAN TIC LTD §T1
Sample Description Black glass
Article No. Not Provided
Model No. Not Provided
PO / Order No. Not Provided
Reference No. Not Provided
Client FORM MAKINA
End Use Not Provided
Sample Recelving Date 5 June 2013
Testing Period 5 June 2013 ~ 10 June 2013
Service Type NORMAL
Test Requested Selected tesli(s) as requested by client.
Test Method Please refer 1o next page(s)
Test Resull(s) Please refer 1o next page(s)
Conclusion Based on the performed tests on submitted samples, the result Complies with
the RoHS Directive 2011/65/EU and its subsequent amendments.
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Digitally signed by Zubcu Vitalie
Date: 2026.02.12 09:07:08 EET
Reason: MoldSign Signature
Location: Moldova
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