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Inspection certific Ne 1622 nia 23.05.2023 / date 23.05.20.
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Pesyabratu sunpoGysanb / Test results

3paskit A1 BUNPoOYBaNL BHTOTOBMEHI 3 roToBOi npoaykuii i BnpoBysa 20 ¢ C
Samples for testing are made of finished products and test 200 C

1t ckaan / macoBa wacTka ¢f  Mexaniuui BIacTHBOCTI
compound / mass fraction of __Mechanical properties
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|. Bisyansunit KoHTponb OC3 3ayBaXeHb.
Visual inspections - without remarks.
2. Poamipn TpyO B Mexax OMYCKY.
Pipe dimensions within tolerance limits in accordance.
3. Texsonorisni BUNpoOyBaHHs Ge3 3ayBaKEHS.
Technological tests - without remarks.
4. 100% nepyfHiBHUA KOHTPOL TPYD MPOBE/CHO Y BUINOBIHOCTI 3
100% non-destructive pipe inspection is done in accordance with demands of
HepyiiniBauil KOHTPOIb (IPOBEAEHO 3 3A0BIILHUM PEIYILTATOM.
Not destructive testing was performed with satisfactory result.
3asnaucHa B UBOMY JIOKYMEHTI NPOIYKILA BiANOBIAAE 34 AKICTIO YMOBAM KOHTPAKTY.
It is hereby certify that the qualify of the pipes mentioned in this document is in conformity w
BHeceHHA 3MiH 10 ccpTHdikaTa, a TAKOK BHKOPHCTAHHA [IaHOTO cepTHdikaTa B IHIIMX
UiNsX 3a60pOHEH0 | TATHE 3a co60l0 KPHMIHATLHY BIANOBIAANBHICTE.
Introduction of any changes into certificate as well as using of the present certificate in other
purposes is forbidden and entail criminal responsibility. 7, A
LILanHE eKenepTa crymon Texniykon, |
Technical department signatire. - °
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