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Annex 1 (2024-01-03 Rev. 01)
to the CPR certificate no. 0036 - CPR - S 073.2007.004 ;
to the VATUV 1153 certificate no. VATUV-S 073.2007.004 Industrie Service

Filler metals with CE marking, DB certificate or VdTUV data sheet

Trade name Standard classification I(\:ngrking*) DB No. vdTUOV No.
THQ-50CG4 EN I1SO 14341-A-G 42 3 C1/ G 46 4 M21 4Si1 X 42.140.01 10759
THQ-50CG3 EN ISO 14341-A-G 42 3 C1/ G 42 4 M21 3Si1 X 42.140.03 11811
THQ-G2Si EN ISO 14341-A-G 38 4 M21 2Si X 42.140.02 10760
THY-J552K2C EN I1SO 17632-A-T46 3 P 1.5Ni C1 2 H10 X 42.140.04 13102
THS-309L EN ISO 14343-A-G 23 12 L X 43.140.01 .
THT-309L EN ISO 14343-A-G 2312 L X . .
THQ55-Ni1 EN ISO 14341-A-G 46 5 M22 3Ni1 X 42.140.05 19055
THQ-50C EN ISO 14341-A-G 42 3 C1 Z 3Si1 X / .
THJ507 EN ISO 2560-A-E423B22H5 X / /
THJ506Fe-1 EN ISO 2560-A-E425B 32 H5 X / s s
J421 EN ISO 2560-A-E350RA 12 X ol /
THY-51B EN ISO 17632-A-T422 P C 2 H10 X / /
THM-43B+TH-SJ101 EN ISO 14171-A-S 42 4 FB S3/ X / /

EN1SO 14174 SAFB 1

THM-NITK+TH-SJ101Y EN ISO 14171-A-S 46 5 FB SUN21/ X o n
ENISO 14174 S AFB1 H5

EN ISO14171-A-S 42 4 FB S4/

THM-EH14+TH-SJ101 ENISO 14174 S A FB 1 X al s .
THY-51A EN ISO 17632-A-T 424 P C1 2 H10 X / .
THQ-50N **) EN ISO 14341-A: G 42 4 M21 3Si1/42 3 C1 3Si1 X / s
THJ421X EN ISO 2560-A E420RC 1 1 X / /
THJ506Fe-1H4R EN ISO 2560-AE425B42H5 X / .
THQ-50CG4N **) EN ISO 14341-A: G 42 3 C1 4Si1/ G 46 4 M214S8i1 | . .
THQ-50G4 EN ISO 14341-A: G 46 3 C1 4Si1/ G 50 5 M21 48i1 | / /

*) Documentation reviewed by Notified Body — Ident. No. 0036
**) the filler wire was produced without copper coating
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