CEPTUOUKAT UCMNLITAHWH 310 ot 15 nionsn 2023 1.

WK BT3
"?'_-l" INSPECTION CERTIFICATE 310
(EN 10204-3.1)
Pe3synbTatbl UCNbLITAHWUA Tecrt result
XuMuyeckur coctas cranu MexaHuJyeckue CBOWCTBa
Chemical steel composition Mechanical properties
Maccoeasn nons anemMeHTos, % Mpeaen | peaen YmiHen
Homep Element mass fraction,% Texydect | IPOUHOCT 74X
nnasku v Yield " | Eiongati| V*™©
HeatNe | C | Mn | Si S P Cr | Ni | Cu| N2 |CEV | V point | Tensile on%/an
x100 | x100 | x100 | x1000|x1000| x100 | x100 | x100 |x1000|x100 | x100 | N/mm2 | strength | 0 *
| T ]
1222164 | 11 41 1,3 35 16 3 1 1 9 10,186 3 422,0 2940 30,0 va
MpumevaHve: 1. Bu3yanbHblit KOHTPONbL MapKUPOBKA 1 ynakoska 6e3 aamevaHui.
Note: Visual inspection marking and packing-without remarks.

4.

Pa3amepbl Tpyb B npeaenax AonycKoB.
Pipe dimensions within the tolerance limits
100% Hepa3spyLualoWuiA KOHTPOnb TpyG NpoBe/AeH B cooTeeTCTBUM C TpeGosaHuamu  EN
1SO 10893-2. Hepa3apyLualowmit KOHTPONb NPOBEAEH C YAOBNETBOPUTENbHBIM Pe3ynbTaToMm.
100% nondestructive test is done according EN ISO 10893-2. Nondestructive test OK.
TpyGbl OTNYCKAKOTCA NO haKTUYECKOMY BECy
Pipes are dispensed according to actual weight
YKa3aHHble B HACTORALLEM JOKyMeHTe TpyObl COOTBETCTBYIOT NO Ka4ecTBY YCNOBWAM KOHTPaKTa.
Those in this paper tube is equal to the quality terms of the contract.
Declaration of quality properties Ne S235JRH-CPR-01

see in the Site :www.vek-pmr.com/p0036.htm

Moanucb K wWramn

akcnepra

Signature and stamp

expert

CeE

17 0090
NeS235JRH-CPR-01

Digitally signed by Chiochiu Ivan
Date: 2024.06.24 10:15:33 EEST
Reason: MoldSign Signature
Location: Moldova

cTp. 2 u3 2/ page 2
of 2

Scanat cu CamScanner


https://v3.camscanner.com/user/download

		2024-06-24T10:15:33+0300
	Moldova
	MoldSign Signature




