y 4 CEPTU®UKAT UCHBITAHUM Ne 230 or 31.03.2023r.

‘i INSPECTION CERTIFICATE
AB meTanan rpynn (EN 10204-3.1)
IocraBmuk: KonTpakr Jara
Supplier: Ne 18022022 Date 18.02.2022 r.
000 «AB meTaJL1 rpynm» Contract
49000, Yxpaunna,
r. Inenp, yia Illonom-Aseiixema,5
LLC«AYV metal group» )
5, street Sholom Aleichem 49000 Hlonomnenue K KOHTpaxTy:
Dnepr, UKRAINE Addendum to contract:
IMokynareus, crpana / Buyer, countri:
SRL "METALICA-ZUEV"
JlaTa oTrpy3KHu
Chip Date 31.03.23r.
Mamuna Ne 3aka3 Ne Jlara
o AP 2267 IC/ AP 2812 XM | 5 Ao
HaumeHoBaHHe MPOTYKIHH Cranaaprt Koa-Bo mect
Discription of goods Standart Quantity of packages
Mpochunu nonele ceapHble xonogHoAedOPMUPOBaHHbIE EN 10219-1,2 5

Hollow welded cold-deformed profiles

MapxkupoBKka H3/eUs: JOTOTHUII 3aBOJ, MapKa CTaJIH, HOMEp ILIaBKH, CTAaHAAPT, pa3Mepbl, Macca

Marking of the product

Pasmepsl, MM Kou-Bo
Homep | Homep ngﬁa Dimensions, mm TpY6, ﬁz:;;‘; Koa-Bo llt/lflacca,m Ilt/lflacca,m
MMaKeTOB ass, mt ass, mt
NapTHH | IJIABKH Steel auamerp |TommuHa |mmmHa | WT Qtyof |Q-yof |Herro Boviro
Lot Ne Heat Ne o.D. Length | Q-ty of Y Py
grade CTCHKH €ng . meters, M | packages | Net Br
or LD. W.T. pipes, pcs packagf
43766 823019 | S235JRH | 100x60 4,0 12000 42 504 1 4,475 4,476
43766 823019 | S235JRH | 100x60 4,0 12000 42 504 1 4,465 4,466
43766 823019 | S235JRH | 100x60 4,0 12000 42 504 1 4,470 4,471
43766 823019 | S235JRH | 100x60 4,0 12000 40 480 1 4,250 4,251
43766 823019 | S235JRH | 100x60 4,0 12000 40 480 1 4,230 4,231
Hroro 206 2472 5 21,890 21,895

Iponomxkenue Ha 0060poTe

Digitally signed by Muravschi Alexandr
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crp. 1 u3 2/ page 1 of 2




o

y 4
INSPECTION CERTIFICATE

AB meTanan rpynn

(EN 10204-3.1)

PesysbTarsl HCNBITAHKMH Test result

CEPTU®UKAT UCIIBITAHUM Ne 230 or 31.03.2023r.

XUMUUECKHI COCTaB CTAIIN Chemical steel composition
Ne mnaBku Maccosast 10Jis 2JIEMEHTOB, %o Element mass fraction, %
Heat 3o C | Mn| si s P Cr Ni Cu Ti As Al Nb v Mo N | Ccev
x100 | x100 | x100 x1000 | x1000 x100 x100 x100 x1000 x100 x1000 | x1000 | x1000 | x1000 %
823019 14 | 39 2 26 28 4 2 2 1 3 3 9 0,217
MexaHuueckue cBOiCTBa Mechanical properties
Ne maptun Ne mmaBKu H_Tz:ﬁ:ﬁ;g:::ot;m IIpenen Texyuectn, Vumaenne
Lot Ne Heat Ne st Yield strength, N/mm?2 Elongation,%
H/mm2
43766 823019 417 294 33
IIpumeyanue:
Note:

1. Bu3syasbHbli KOHTPOJIb, MADKMPOBKA M YIIaKOBKa 0€3 3aMeyaHMil.
Visual inspection marking and packing- without remarks

2. Pa3meps! Tpy0 B mpezenax J0MyCKOB.
Pipe dimensions are permitted: EN 10219-1,2.

3. Konrpons xagecTBa TpyO NPOM3BOAUTCS C IOMOIIBIO CUCTEM U IPUOOPOB HEpa3pyLIAIOIEr0 METOa KOHTPOILSL.

Control of the pipe quality is carried out non-destructive examination according.
100% ToKOBHXPEBOH KOHTpOIIB cBapHOTro coeaunenus EN 10893-2, xiacc E4
100% nondestructive UT of weld -testing EN 10893-2, class E4.

4. MapkupoBka Ha Oupke.
Marking on bundle tag.

‘Vka3aHHasi B HACTOSIIIEM JOKYMCHTC ITPOAYKIHUS COOTBETCTBYET 110 Ka4YCCTBY YCIIOBHUAM KOHTpPAKTa.

It is hereby certify that the qualify of the pipes mentioned in this document is in conformity with the terms and conditions.

Brecenue namenenwuii B CepTI/I(I)I/IKaT, a TaK»X€ MCII0JIb30BaHUE JaHHOTO CepTI/I(bI/IKaTa B MHBIX EJIAX 3alIPEIIEHO U BJICYET YIOJIOBHYIO
OTBE€TCTBCHHOCTD.

Introduction of any changes into certificate as well as using of the present certificate in other purposes is forbidden and entail
criminal responsibility.
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