MILL TEST CERTIFICATE

HEBEI LONGRUN PIPELINE GROUP CO. LTD
AL REERRE R AR A HAE

EN10204, TYPE3.1

Client: Bitliies ‘TE&d eI No. LR2OZ50305DYN | nrRCt Date teh 05th 2025 | roiee Mot o 095040201 DeE; April 02, 2025
ulmar Trade arch. 05th, ] pri s ¢
EFEB PI & £ fal B #: RESE: Hi:
INSPECTION ENL0258-2 TYPE A Material P265GH/WPB Dimensional and Visual Inspection: Good Certificate NO. CERLR20250409DY
Tor b FHJE - JUSE 5k ks 0l oy EWIES N
Chemical Composition % Tension Test 1 Heat
g si Batch | Qt Impact s | TS NDT | Trea
Product ize atc y . . mpac
No. C | si|m| s | P |cr| N |cu | Mo CEn " E%| | tne
Description R~ No. ¥ 0°C 407 Mpa Mpa
i . W< > |nt2
Ik P mm e i i RaivBafl
5 < < < < < < < < < 0. 43 = 410 | =
1 2 3
0. 20 0.40 | 1.40 | 0.010 | 0.020 | 0.30 | 0.30 | 0.30 | 0.08 | 0.02 265 570 23
T E E EQUAL D711 % PAS
5 731025 3 0.16 | 0.23 | 0.63 | 0.008 | 0.016 | 0.08 | 0.06 | 0.05 | 0.02 | 0.01 | 0.29 | 150 | 149 | 146 | 320 495 | 33 N
WELDED 10 g
TEE EQUAL | ®T711X PAS
6 765113 3 0.16 | 0.30 | 0.80 | 0.007 | 0.013 | 0.06 | 0.08 | 0.04 | 0.01 | 0.01 | 0.32 | 150 | 149 | 146 | 305 455 | 34 N
WELDED 12.5 g
T EE EQUAL DOBI3 X PAS
7 731025 3 0.16 | 0.23 | .63 | 0.009 | 0.016 | 0.08 | 0.06 | 0.05 | 0.02 0.29 | 150 | 149 | 146 | 320 495 | 33 N
WELDED 10 q
T EE EQUAL PgI13X PAS
8 765113 3 0.16 | 0.30 | 0.80 | 0.008 | 0.013 | 0.06 | 0.08 | 0.04 | 0.01 | 0.01 | 0.32 | 150 | 149 | 146 | 305 455 | 34 N
WELDED 12.6 g

We hereby certify that the material herein has been made and tested in accordance with the above specification and also with the requirements called for by the above order.

The products are hot formed and cooled in air means heat treatment was done.
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