ArcelorMittal Hunedoara S.A.
DJ 687, nr. 4, Cod 331111, Hunedoara-Romania

ArcelorMitial

CERTIFICAT DE INSPECTIE / INSPECTION CERTIFICATE
SR EN 10204:2005 ( EN 10204:2004 ) 3.1

ArcelorMittal HUNEDOARA S.A:

Quality Inspection & Statistics
Hunedoara-Romania Cod 331111

Destinatar / Destined to: Nr./No.: Data / Date
SC Thyssenkrupp Materials_Romania 1450075014 17.03.2022
Adresa/Address: b-dul Basarabiel, 256, 030171, BUCURESTI Comanda nr. / Order no.:
Tara/State: Romanla 4858
Vagon/Wagon / Auto/Truck:
AG38MSC/AGS8MSC
Standard de marca / Material norm: SR EN 10025-2:2019
Marcaj color:
DOP: AMHU-2/05 CPR-13-1
Observatii / Remark
Tolerants la Incercari mecanice/Mechanical tests
wecni|Nr.Sarja/| Marcal | Produs/ |Buc./ Cantitate/ |Lungime /| tungime! 1 popy | Rm AS Incovoere prin soc / Charpy impact test
Nouem{ Heat No | Quality Product |Pleces| Quantty | Length
To length Tipepruveta/ | Temp Kvi Kv2 KV3 |Medle KV/
=] {men] oy | Nimm2] | pumm?) | (%] [Type of semple Average
©C) I (M)} LI KV
1 70234 [S275J0+M IPE240 60 22380 | 12100 | -0/ +100 331 461 32,0 300/7,5 Q 80,0 720 70,0 740
Compozitie chimica pe otel lichid/Chemical analysis of the liquid steel [%]

neeni| NrSafa/ | ¢ | Mn | S s P cr | Ni | Cu | Mo [ Ti v Al | sn | B8 | No | N [Oppm)|Hippm) [ CEV
No rem] _Heat No

1 70234 0,140 | 0,550 | 0,210 | 0,009 0,011 | 0,100 | 0,120 | 0.470 0,020 | 0,000 | 0,010 0,005 | 0,021 |0,0002|0,0005 0,0089 0,287

Ulilizare preconizata/intended uses.
Durabilitate/Durability: Compozitie chimica / Chemical analysis
Sudabilitate/Weldabllity: CEV

Marcaj/Marked: SR EN 10025-1:2005 { EN 10025-1:2004 }

Suprafata/Surface: SR EN 10163-3:2005, clasa C, subcl.1 (EN 10163-3:2004)
Dimensiuni/Dimension; SR EN 10365/2017; EN 10365/2017

Tol. la dim. si forma / Tolerances on dimension and shape: SR EN 10034/1995; EN 10034/1993

Structuri metalice si/sau structuri mixte ofel-beton/Metalic structures and/or mixed structures steel-concrete

Substanta reglementata/Regulated substance: Performanta nedeterminata/No performance determined

Materialul mai sus mentionat nu prezinta radioactivitate

The above mantioned material has not displayed any radioactivity

Inspectia Calitatii si Statistici/Quality Inspeclion & Stafistics
Quality Manager:lleana Cristea Eng.

Intocmit/Elaborate:

Victor Dorin Suciu
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