N TraTmeTAL

TEST SERTIFIKASI
MILL TEST CERTIFICATE
EN 10204 3.1
Miisteri/Customer : POLYSTEEL LLC Certificate 1 C25030297
Uriin/Product : GZRS Tarih/Date 1 18.11.2025
Standart : EN 10346:2015 Siparis No/Order No 1 X5004651
Gemi Adi/VVessel Name Sayfa/Page 1 4/4
NoIBEErn(;tF’aket Oriin Origin Rulo Yiizey | Yuzey | Yiizey |Kaplama,
Row Numb Heat Agirlik Tipi | Celik Kalitesi c tg of Kalinlik Genislik Boy Uzunlugu | Tipi | Kalitesi | Koruma | Agr. Mekanik Ozellikler Kimyasal Bilegim (%)
Num div:':u;zoil ;| Number (Weight) |(Product| (Steel Quality) °‘:|"R::V (Thickness) | (Width) | (Length) | (Coil |(Surface |(Surface| (Surface |(Coating {Mechanical Properties) (Chemical Composition%)
Package Number) Type) Length) | Type) |Quality)Protection] Weight)
Re
N : . . B|N
Kg / Pound mm/inch | mm/inch | mm/inch {gr I M2) A (%) r90 | n90 | rm | nm S | Si |A|T [Nb|[Cr|Cu|Ni|V|Mo
mpal ppm | ppm
Ksl)
1 |256786253320004|T25283131] 2.985 /6.580,8| GZRS | DX51D+Z 0.50 /0,0197] 1000 / 39,37 | 2000 /78,74 BR A co 7100 | 3s4 2756 0018|0015 0,022 [ 0,040 0,000
Agiklama/Remarks

Kontrol Eden / Controlled By
Mekanik Test Laboratuvari / Mechanical Test

Laboratory

Onaylayan / Approved
Kalite Kontrol Departmani / Quality Control Department

[Sertifika Notu / Explanation

ukarida listelenen Uriinlerin siparis sartlarina ve Urlin standartlarina uygun oldugunu beyan ederiz.
We certify that products listed above in accordance with the order requirements and product standart.
Bu test raporu EN 10204 standardi madde 5e uygun olarak imza olmadan gegerli olacak sekilde sistemsel veri formatinda hazirlanmigltr.
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