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“} Formal je Cont
As per Specification I0S-MAT-0010 Version No. AA-10911-13, ISO 14184-1 was used and followed by
‘Spectrometric. .

“Result in ppm Requirement in ppm
=100 | 100 (max.)

Remark: |

‘ppm = parts per million = mg/kg

Date sample received : Dec 16,2016

Testing period : Dec 16, 2016to Dec 20,2016 |
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End of report

wrling, all work and service. s performed by Intertek is subject fo our standard Terms and Conditions which can be pblained at
' ility and liability are limited fo the ferms and conditions of the agreement.
i afion and provide no warranty on the lested sample(s) be
~ular cotirse of action, you are responsible for acling as
cls or circumstances which are outside the specific
for any matters arising outside the agreed scope of
person. You are the only one suthorized to permit
may be circulated rely on the content of the report
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