IIpAT «CTAJIBKAHAT» _ Cucmema meneoxcmenmy
. m. Oneca, 65007, Vkpaina AT SRATN Aaxocmi
_ ) Byn. Bononposinua, 16 cepmupixosana EIOPO
STALKANAT BEPHTAC
' PJSC «STALKANAT» CEPTHDPHKEHIITH
Ukraine, Odesa Ypaina ISO 9001:2015
gionoeiono EN 10204 /3.1
CEPTU®IKAT AKOCTI Ne 12538-24
QUALITY CERTIFICATE
Haimenysarms npoznykuii Kanam cmanesuii 6e3 nokpumma
Name of products P 0l o
Sieel wire rope without coating
YMOBHE NO3Ha4eHHs 1,2-I-B-H-P-1770 FOCT 3062-80
Base description
Mapxa ’ Mapxypanpra | Maca KaHary; kr
KaHaT Cepneunvk Hiamerp,mm | JoBKHHA,M Tun mactwia | bapaban | rtpyna, Hvm? Mass, kg
Ro ey Core Diameter, mm-|  Length, m Lubrication grade Reel Marking group, | 6pyrro HETTO
D Ninon? £r08s net
B MeTa M 5000 150 é@‘gma 6 70 59 36
CymapHe po3puBHe 3ycuIUIa BCiX apoTis kanaty, H 1690
Summary tensile strength of rope wires, N - ,
Pospuere 3ycnnns kanaty B titomy, H
Total tensile strength of rope, N
Jara BUTOTOBJIEHHS KaHATA
Wire rope production date 11-11-2024
Hata Bumaui ceprudukara ,
Date of issue of quality certificate 11-11-2024
HonmaTxosi BifoMOCTi po KaHat
Additional information about wire rope

Pesynbrath MexanigHHX BUNPOOYBAHE IPOTY
TEST RESULTS

0,45 | 04

HiameTp npoty, MM
DHamotor of wire, aun

Tumuacosuii omip pospuey H/mMm? | max gy
Tensile strength  N/mm? ;

mme 1867 | MT83y
Po3srin TUMHACOBOTO OMOPY PO3PUBY N 119
Tensile strength divergence fram?
KinbkicTs neperusis min
Number of bends
Po3pus 3 By3ioMm Y
Break with a knot = ol
Kinexicts xpyuens min
Number of torsions 30 5
Mapxka npory
Brand the wire - b

Texniuni gumoau, memoou 6unpodysarv, MAPKYEAaKHA, MPAHCROpMYeanns i 36epizanns s2iono FOCT 3241-91
Ipu nucmyeanni no numannsx skocmi nocunaiimecs na Homep cepmugixamy
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. : {
Bignin rexuiaroro Kompohg“fd\

Quality Control Department W

Digitally signed by Petelca Viorel
Date: 2025.05.02 14:51:47 EEST
Reason: MoldSign Signature
Location: Moldova

[ MOLDOVA EUROPEANA

hitp:igrsk.comuarope/42ab2FbVBVAYSF4F 1 7




		2025-05-02T14:51:47+0300
	Moldova
	MoldSign Signature




