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Manufacturing Location:

S EN ISO 15874-3 Plastics piping systems for hot and cold

Deney Standard: / water installations - Polypropylene (PP) - Part 3: Fittings
Test Standard:

Tetkikin amaglari / Deney standartlarina gére deneyler /
Purpose of Testing:

According to the test standard tests

Deney Numunesinin
Alindig Tarih / Date of 2021-01-25
Receipt of Test ltem
Deneyin yapildigi
tarin(ler) / Date(s) of 2021-01-25 / 2021-02-02
peformance of tests

Deney numunesi, deney standartlarinin gerektirdigi maddelere uygundur.
Deney sonucu/ Results: |/ The test sample, the test substances are suitable as required by the
standard

Sonuglanma tarihi / 2021-02-02
Date of issue :

Sonuglarla ilgili agiklamalar / :
Eiatiariitio of ihe lees Uygulanmaz / Test case does not apply : N/A

case vandiots Uygun / Test object does meet the requirement: P

Uygun degil / Test object does not meet the requirement: F
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Test Results
Specifications Values Required in the Standard | Results
|)Material )It must comply with item 4. PASSED
|l)Effect on Drinking Water ) It must comply with item 5.2 PASSED
lIl)Thermal Stability via Hydrostatic lIl)There should be no explosion PASSED
Pressure Test during the experiment.
IV)Specifications PASSED
1) Appearance 1) explosion during the PASSED
experiment.
2) Opacity 2) It should be max: 0.2%. PASSED
3) Geometric Properties (TS EN i1so 3126) 3) It must comply with item 6. PASSED
4) Mechanical Properties* 4) ------ PASSED
(TSEN1so 1167-1, TSEN 1so 1167-2)
a) 20°C, 1 hour( -----bar) a)No damage should occur during | PASSED
(PPR product tree, 60cm, water / water, Cover | the experiment.
Type A, conditioning 3 hours)
b) 95°C,1000hour ( 11.60bar) b JNo damage should occur PASSED
(PPR product tree, 60cm, water / water, Cover | during the experiment.
Type A, conditioning 3 hours
5) Mass Melting Flow Rate - Dough * -insert 5)<0.5g/10 min should be. ) PASSED
(TS EN ISO 1133/Nisan Must be less than 30%
2012,23°C-50%,230°C- 2.16kg, tarih:
09.01.2018
5 min preheat, Manual Cut
Mold inner diameter: 2.095mm,
mold length: 8.00mm)
6)Performance Features 6)It must comply with item 9. PASSED
a)Internal pressure test * a)No leakage should occur during | PASSED
95 ° C, 1000 hours (- bar) (PPR product tree, the test period.
60cm, water / water, Cover Type A,
conditioning 3 hours)
b)Bending test b) It must comply with item 4.3 PASSED
c)Separation test F=-----N c) It must comply with item 4.4, PASSED
d)Thermal cycle test d)No leakage should occur during | PASSED
20°C/90°C 5000 cycle test pressure 10 bar the test period.
e )Pressure cycle test e) It must comply with item 4.6 PASSED
f)Vacuum test f) It must comply with item 4.7 PASSED
7) Marking 7) It must comply with item 10. PASSED
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Sample Description | DN 32 PN 20 TSE EN I1SO 15874-3 PPPC PIPE

Test Name Test Standard | Requirements Unit Verdict Results
Hydrostatic Internal | TS EN ISO No damage should - No PASSED
Pressure Resistance | 1167-1 occur Damage

(20°C, 1 Hour, 16

MPa

Mass Melt Flow TS EN ISO Raw + %30 g/10 0,26 PASSED
Rate (2,16 kg , 1133-1 minute

230°C

Sample Description | DN 25 PN 20 TSE EN 1SO 15874-3 PPPC PIPE

Test Name Test Standard | Requirements Unit Verdict Results
Hydrostatic Internal | TS EN ISO No damage should - No PASSED
Pressure Resistance | 1167-1 occur Damage

(20°C, 1 Hour, 16

MPa

Mass Melt Flow TS EN ISO Raw + %30 g/10 0,30 PASSED
Rate (2,16 kg , 1133-1 minute

230°C

# End of the Test Report #
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