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MpumeyaHue: 1. BuayanbHbiit KOHTPONb MapkUpoBKa W ynakoska Ges 3amedaHui.
Note: Visual inspection marking and packing-without remarks.

2. Paamepbl TpyO B npegenax fonyckos.
Pipe dimensions within the tolerance limits

3.  100% HepaspyLlaioLuii KOHTpOnb Tpy6 NPpoBeAeH B COOTBETCTBUN C tpebosannamn  EN
ISO 10893-2. HepaspyluatoLuil KOHTPONbL NPOBEAEH C YAOBNETBOPUTENBHBIM DESYNBTATOM.
100% nondestructive test is done according EN ISO 10893-2. Nondestructive test OK.

4. TpyBbl OTNYCKAOTCA NO (DAKTUHECKOMY BECY

Pipes are dispensed according to actual weight

YkasaHHble B HACTOALLEM AOKyMeHTe TpyObl COOTBETCTBYIOT MO Ka4eCTBy YCNOBUAM KOHTPAKTA.
Those in this paper tube is equal to the quality terms of the contract.
Declaration of quality properties Ne S235JRH-CPR-01
see in the Site ;www.vek-pmr.com/p0036.htm
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