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EaﬁMeryBaH;’l fpoﬂymﬁ Kanam cmaneeuit oyunkosanui
ame OT proaucts . .
P Steel wire ropes galvanized

YMOBHE N03HAYCHHS 9,1-I'-B-C-H-P-1770 T'OCT 3063-80
Base description
Po3smipu M
M Dimensions, apKyBaJIbHA i
apka Cepresd . Tum MacTiUA Bapatan rpyma, W OpieHTOBHA Maca
KaHary/ Cor JuaMeTpMM | o a L ubrication arad Reel Markind arou OpyTTO KaHaTy, KT
Rope, type ore diameter, | OPRIHAM ubrication grade 9 92 P, Mass gross, kg
length, m N/mm
mm
B MeTaj 9,1 1000 A-0 12 1770
CymapHe po3puBHE 3yCHIUIA BCiX ApOTiB B KaHaTi, H 85800
Summary tensile strength of rope wires, N
Po3puBHe 3ycuiis kaHata B mijgomy, H
Total tensile strength of rope, N
JlaTta BUTOTOBJIEHHS KaHaTa
Wire rope production date
Jara Buzadi cepruguKara 15-01-2024
Date of issue of quality certificate
JonaTtkoBi BiIOMOCTI PO KaHaT
Additional information about wire rope

Pe3yabTaTn MexaHiyHMX BUIIPOOYBaHb APOTY
TEST RESULTS

Hiametp npoty, MM
Single wire diameter, mm

TumuacoBuii omip po3puBy, Krc/mMmm? | Max

Tensile strength, kgs/mm? -
min

Po3rin TuMuacoBoro omopy po3puBy | Kgs

Tensile strength divergence /mm?

Kinbkicts nepernHis min

Number of bends

Po3pus 3 By3nom %

Break with a knot

KinbkicTs KpydeHb min

Number of torsions

Mapxka apoty

Texniuni eumocu, memoou eunpoéyetmb, MapkKyeannsa, mpancnopmyeannsn i 3oepicanna no I'OCT
3241-91
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