Lubricants Balkans L!&:
38-40 Vladimira Popovica str.
Belgrade, 11000, Serbia

LUBRICANTS
BALKANS

Yeeperbe O KBANUTETY
Certificate of Analysis

Uindppa nporasona/Product code:
18041/29

Harym/Date: 17.10.2022

Hasue npoussopa/Product name:

lilapwa/Batch: 21944-2561

GAZPROMNEFT S GEAR GL-5 80W-90 .
Hueo ksanuteta/Quality level: API GL-5;
KapakrepucTuka, jeanHuya Mepe Mertone Peaynram Mpanuiie
Characteristic, unit Methods Results Limits
Harries BICTPa BUCKOSHE TEHHOC BUCTPa BUCKO3HE TEUHOCT
Appearance i Clear viscous Ilquad Clear viscous liquid
[yetuma, 159C, kgims - Hasonu ce
DenSIty at 15°C, kg/m* ASTM D052 b Read
Kunemarcka Bruckoasoct Ha 10000, mmis ;
Kinematic Viscosity at 100° C mmZIs SRPS1503104 Bin Wik160
l."‘i AEKC BUOKD3ROOTH
Vis cosuly In d ex (IV) | SRPS IS0 2909 105 =90
Bucrosnoer Brookfiled {(-26 °C), mPas =
Viscosny Brookfiled ( 2600} mPas ASTM.D 2059 i i
iwna%»m\( 1

Flash Point, COC, QC ' SRPS EN ISO 2592 226 =200
Tauka Teussa, °0
Pour Point, °C ° SRPS ISO 3016 -33 <-27
Caapxaj Boje u Tanora, viv % SRPS IS0 3734 <0,05 <0,05
Water and sediment Conten{ viv % ' ’
' T K& Nerylua Pn, Tabur HOCT NexHe, millin
Foammg lendencylstabﬂnty, mi/ml SAPR BRI

ks ey 00 Max 20/0
- I Sequence at 24°C .
- Cexpenua Hna 93 ‘
- Il Sequence at 93. 5°C U MGG
- Cai sextia Hl Ha 24°0 i
-1 Sequence at 24°C iy e
Kopoausroct Cu Tpake (3h, #a 121°C), knaca SRPS EN ISO 2160 1a e
Cooper strip corrosion (3h/120°C), max Max Class

Note:
027624 Hay4HO-TeXHONOWKOr USHTpa

Date: 2023.03.06 12:01:08 EET
Reason: MoldSign Signature
Location: Moldova

This Certificate of Analiysis has been issued on the basis of the Test Report No: 20027039& A0 -';
Direction Laboratory Downstream Novi Sad. Digitally signed by Russu Vladimir \

Jaxrom Scientific Teﬁnological Centar,

SA-Lubricants Balkans Ltd, Bepauja/i/ersion 1.0
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