Traducere din limba engleza in limba roméana 3095
Compania de inspectie a calitatii Nanjing Jingning
Certificat de calitate

& B

Articole standard de torsiune Viteza de rezultat
atac
3,5x25 2.80 1S Acc.
3,5x32 2.80 1S Acc.
Noti: Acc. Inseamni acceptabil
Specificatie: Q/ASB 234-2015
Compozitie chimica si Specificatii tehnice
Element C% Si% Mn% P% S% Cr%
Raport 21 8 78 1.7 0.7 2
; Contractie Rezistenta la tractiune
Alungire Procentaj (Mpa)
Raport 28% 64% 498

Data inspectiei: 20.1.2016

Inspector: Li Jun

Stampila: /Compania de inspectie a calitatii Nanjing Jingning/
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