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Applicant:
Address:

Test Report

FOSHAN HENGBO STATIONERY CO., LTD
NO.2 Xinlian Industrial Zone, Lishui Town, Nanhai District, Foshan
City, Guangdong Province, China(528244)

Report on the submitted sample(s) said to be:

Sample Name:
Model:
Sample Received Date:

Testing Period:

Test Requested:

Test Method:

Test Result(s):

Test Conclusion:

Tested by:

k@” 2/16(«7

whiteboard

35*50 cm

2016.04.14
2016.04.14—2016.04.28

As specified by client, to determine the Pb, Cd, Hg, Cr(VI), PBBs, PBDEs
content in the submitted sample.
Please refer to the following page(s).

Please refer to the following page(s).

Base upon the performed tests by submitted sample, the test results
comply with the limits as set by Directive (EU) 2015/863 - Amendment of
EU RoHS Directive 2011/65/EU (RoHS 2.0) Annex Il
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Inspected by: %ﬂ’\

Approved by: Date: 2016.04.28

Technical Manager
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