CEPTU®UKAT UCMbITAHWKA 20 ot 18 ansaps 2023 r.

e INSPECTION CERTIFICATE 20
= (EN 10204-3.1)
PeaynkTaThkl WMCNbITaAHUA TecT result
XMUMUYECKMIA cocTas cTanuy MexaHu4eckue cBOWCTBA
Chemical steel composition Mechanical properties
Maccosas fons anemenTos, % MNpeaen lNpeaen
Howmep Element mass fraction,% rexyuecr| "PCHOC YanuHeH
NNaBKu um Yield Te;"'l Efoy;e ati Warnb
HeatMNe | C | Mn | Si S P Cr Ni | Cul| N2 ICEV | V point t s1leh %;g
%100 | x100 | x100 | x1000 |x1000| x100 | X100 | x100 |x1000}x100 | x100 | N/mm2 SNﬁ:‘riz o
09768 | 17 | 47 L 20 | 4 [ 10 ] 3 1 5 | 416 28.0 475 | 280 VA
121496-9| 13 | 43 | 1.5 | 31 27 5 1 1 9 10214] 4 4360 | 2750 30,0 ya
MpumedaHue: 1. BuayanbHbIA KCHTPONb MaPKUPOBKA W YMNaKoBKa Bes zameqaHui.
Note: Visual inspection marking and packing-without remarks.
2. Pasmepsl Tpyb B Nnpegenax fONYCKOB.
Pipe dimensions within the tolerance limits
3. 100% HepaspylLaoLLmii KOHTPOE TPYE NpoBeaeH B COOTBETCTBUM C TpeBoBaHUAMU EN
SO 10893-2. Hepaspywaowmi KOHTPONb NPOBEAEH C YAOBNETBOPUTENbHBIM
100% nondestructive test is done according EN I1SO 10893-2. Nondestructive test OK.
4, TpyBkl OTNYCKAKOTCA NO hakTU4ECKOMY BECY

Pipes are dispensed according to actual weight
YKa3aHHbLIE B HACTOSWEM AOKYMEHTE TPyObl COOTBETCTBYIOT NO KaYEeCTBY YCNOBUAM KOHTpaKTa.
Those in this paper tube is equal to the quality terms of the contract.
Declaration of quality properties Ne §235JRH-CPR-01

see in the Site :www.vek-pmr.com/p0036.htm
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Signature and stamp
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Digitally signed by Chiochiu Ivan
Date: 2024.03.31 16:42:18 EEST
Reason: MoldSign Signature
Location: Moldova
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