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—- g’gﬁ,t(a oimvest "OCKONLCKNIA 3NeKTPOMeTannypruieckuit KomGuHar

nMeHun Anekcen AnekceeBuya Yrapona"
"Alexey Ugarov OEMK"

Ceptupukar kavectea (CBMAETENLCTBO O-NPUEMOYHOM UCMLITAHMK)
Quality certificate (Inspection certificate)

Ne¢ 0845766 Ot/ Dated 25.10.22 - Inspection certificate EN 10204 3.1
MNpousBoantens / Producer pysononydatens / Consignee
AxkuuonepHoe 06LecTBO "OCKONbCKWIA 3NEKTHOMETaNNYPruIecKkni AQ "METANNCEPBUC"
KomMBuHaT umeHn Anekces Anekceesuya Yraposa" 00187895 "Alexey Poccus 643

Ugarov OEMK" 00187895

308515, Poccus, Benropogckas oGnactb, ropog Crapbiit Ockon,
npocnekT Anekces Yrapoga, AoM 218, 3ganune 2

Alexey Ugarov OEMK, pr.Alexeya Ugarova 218/2, 309515
Belgorod region, Stary Oskol, Russia

Russian Fed.

YTK / Quality control department

Tenedon / Telephone: (4725) 37-59-40.

Ermail, ROSUVREHQUEIRTEN, BBl | v - il e B o o To oy
Crpata-npouseoautens / Producer country  Poccwitckaa ®eaepaumna / Russian Federation
Crpata Hagnavenws / Country of destination  Poccws / Russian Fed.

Bup Tpawcnopta / Type of transport  Barow / Railway:car Tparcnopt / Transport Ne 53565099
KoHTpakT / Contract Ot/ Dated a./8. Ot /Dated  Haw nomsp sakasa/nosvuum / "Alexey Ugarov OEMK" order/position number
MCC/OE-213660 19.04.2022 612201 /280

Ne nnaskv / Heat number 45208
Ne naptuu / Lot number 23

MaTepuan dopma U3Lenns, pasmepsl, MM ycnosua noctaeku | Macca,7 | Bung ynakosku | Kon-o | LipeTHas mapkuposka |
Material Shape-of preduction, size, mm | Technical specification| Weight,t | Package type |Quantity Color code
[ 45 | KP/Round | 30 | M[] 6000 [OCT 1050-2013 8.235 | nayka / bundle 2 He TpebyeTtca / not
: y T required

Textuveckue YpeGobanus / Technical requirements

Knacc KprBu3Hbl IV KNACC
TeepAocTs B COCTOAHUM TOCTaBKY TB1
Bapnant MexaHu4eckux CBoncTs M1
TOUYHOCTL NpoOKaTKY B1
HA Ha copTameHT rOCT 2590-2006
KayecTro norepxHOCTY rpynna 2rn
Xumuyeckuit-coctap / Chemical composition
| C % | - S % | Wn % | 5 % | P %]
[ 0.45 | 0.26 ] 084 | 0.005 | 0,005 ]
Xumuueckuit cocrae/ Chemical composition
| Cr % | NJ % | © Ui maimeh/ o] N % | As % |
[rem 0.14 : 0.02 | 0.0 = 0.004 il 0.001 |
Tun uenemanun HaumeHoBaHue ucneITaHun EQ. n3m. Ne npobel N2 3HaueHusa PesyneTaT UcnkITaHUi
Properties Test type Unit of measure Ne specimen Ng value Test result
'} R . - =
Mexanuyeckue caoiicTea TeEpAocTe B COCTORAHWN NOCTARKM HB 01 1 192
Mechanical properties Hardness as delivered 2 190
3 193
‘Mbeaen Tekydscrn T Hikgmam O R R e R 435"
Yield strength N/mmA2
BpemeHHOE conpoTUBNEHIne H/xe.mm 01 1 ' 660
'_I‘ensile strength N/mmA2 _
OTHocUTENBHOE YANVHEHKE % 01 1 23
Elongation
OTHGCUTENLHOE CyHaHie % 01 k] 46
Redugction of area _ ot
MakpocTpykTypa OBujas OLEeHKa MakpoCTPYKTYPLl 01 1
Macrostructure Macros(ructure evaluation _
CoobweHus ans nOTpeﬁﬁTenﬂ Cnocob sbinnaskv cTanu 01 1
Additional information Steelmelingmethod
BapuaHT ynakosku ' 3 01 1 BY-2

backage option

Digitally signed by Tintiuc Sergiu
Date: 2023.06.15 10:35:46 EEST
Reason: MoldSign Signature
Location: Moldova

‘A



		2023-06-15T10:35:46+0300
	Moldova
	MoldSign Signature




