®unuan OAO "Ipynna "Unum" B r.Kopsixme
Kogazhma Branch of QJSC llim Group
CEPTUOUKAT KAYECTBA

CERTIFICATE OF QUALITY

Bymara gnsa ne4atu ochceTHas
PRINTING OFFSET PAPER

CTO 99880012-002-2007
STO 99880012-002-2007

KoHTpakT Ne .A. HaknaaHow
Contract No
orosop 643/96789280/14109158 or 23.12.2013 Cneuuncurauuma 451895
ontract d-d Spec No
Eggggmrme 451895 Bymaza opcemnas ¢ OOB pon.100% 802/m2-A
BaroH Ne 54589593 (000000007000000450)
Waggon
Kon-Bo pynoHos 19 Bec 6pytto 10975 Kr
Total number of rolls Gross weight
Ne HaumeHoBaHMe nokasatenei PeaynsTaTsl | Hopwa Memod
WCMbITaHUA Rate ucnsimarul
Description of indices i, S R .
Test result | MuHUMyM Makcumym Method
_ Min Max
' 1 Macca nnowagbto 1 M2, r/m2 77 81 rOCT 13199
Grammage
2 TonwwuHa, MKM @) [OCT 27015
Thickness —
3 MnoTHOCTb C KanaHApPUpoBaHWeMm, r/cm3 rocT 27015
Substance U .
4 TnoTHocTb Gea kanaHapupoBaHua, rlcM3 = 0.75 0.85 roCT 27015
Substance @
| 5 Pa3pbiBHas ANYHa B MaLIWHHOM Hanpasn. AnA PM, ™ by 4000 rOCT 30436
. Breaking length MD o
6 PaspbleHan anuHa (cp. no 2-m Hanpagn.) ana Jif, m ~ FOCT 30436
Breaking length &)
7 CONpOTUBMEHWE U3NOMY, 4aN i 20 rocCT 13525.2
Folding strength Q
8 [loBepXHOCTHas BNUTLIBAEMOCTb BOALI NPU OAHOCTOPOHHEM M 30 rocT 12605
cMauuBaHum, r/m2 =
Cobb test o
9 Benuana, % o 100 rOCT 30113
Brightness ISO O
110 FnagkocTb, ceK 16 OCT 12795
Smoothness
111 Maccosan aona 3onbl, % 18 24 [OCT 7629
Ash
112 Yucno copuHoK Ha 1 M2, paamepom 0T 0.1 no 0.5 MMm2, c/m2 80 rOCT 13525.4
Dirt
13 NuHeiHan pedopmaumsi, 8 OAUH NMUCTONPCIOH, % rocT 12057
‘ Linear deformation
14 BnaxHocTb, % 4 5.5 roCT 13525.19
i Moisture
15 Tpo4HOCTb NOBEPXHOCTU Ha BbiluMNbIBaAHWE, Ne ceeun 12 TAPPI T 459
i Picking
16 HenpoapauHocTsb, % rOCT 8874
f Opacity

KonanuMoHupoBaHue 06pa3LoBs NPOBOAAT B COOTBETCTBUM ¢ 1SO 187:1990 np1 OTHOCUTENBHOW BNAXHOCTH (50+-2%) u Temneparype (23+-1C)

Conditioning of the samples is carried out in accordance with ISO 187:1990 at relative humidity of (50+-2%) and temperature of (23+-1C)

Ceprudukatel / Sertificates: Mo BONpPOCaM KayecTsa NpoayKuMm obpawarken no Ten./dakcy

RU 227331 ISO 9001:2008 ot 27.03.2012 1. (81850) 4-57-43 E-mail: irina.lobova.v@krm.ilimgroup.ru
RU 12503E I1SO 14001:2004 or 27.03.2012T. For quality information apply by phone/fax

RU 227331 OHSAS 18001:2007 gy 27.03.2012 1.
GFA.COC-001770 ot 21.07.2009 7. -
GFA-CW-001770 ot 21.07.2009 1.

(81850) 4-57-43 E-mail: irina.lobova.v@krm.ilimgroup.ru
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