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LIBERTY GALATI S.A. - Romania

LIBERTY

CUSTOMER / CLIENT :
PRODUCT / PRODUS : HOT ROLLED HEAVY PLATES
STEEL GRADE/ MARCA OTEL: S355J2+N

NORM / STANDARD : EN10025-2: 2019;

THYSSENKRUPP MATERI ALS ROVANI A

I NSPECTI ON CERTI FI CATE 20702864
ACCORDI NG TO : EN 10204/ 2004/3.1

ORDER / COVANDA :

WAGON / | D TRANSPORT :

808328/ 50083854
DI SPATCH / AVI Z EXPEDITIE :

7001648025
GL70YSN GL90YSN-

DATE : 11.05. 2022 TRACKI NG NO. :
PO NO. : 2006995
TOTAL NUMBER OF PI ECES: 4 /[ TOTAL WEI GHT: 18. 840, 00 KG
NO PLATE HEAT NO DI MENSI ONS PC TEST NO VEI GHT urs YTS LO El &B\e/_ Tenp CHPVL CHPVL CHPVL KV Test
MWK MVK MM MPa MPa mm % °C J J J
1 572608/ 0522/3/1 Y916515 30, 00x2000x12000 1 5062. 5. 652 554 429 155 26 10 -20 139 128 121 5062.
2 572608/ 0522/ 4/1 Y916515 30, 00x2000x12000 1 5062. 5.652 554 429 155 26 10 -20 139 128 121 5062.
3 572610/0522/1/1 Y916516 30, 00x2000x12000 1 5225 5.652 553 408 155 27 10 -20 131 130 146 5225
4 571290/ 0422/ 1/ 3 Y938769 20, 00x2000x6000 1 3042 1.884 526 470 125 27 10 -20 173 169 176 3042
CHEM CAL COMPCSITION (%9 - L = Heat , P = Product

HEAT NO ---C-- --Si-- --My-- ---P-- ---S- --A-- --Ti-- ---V-- --Cu-- --Ni-- --C-- --M-- --Nb-- ---B-- --H2-- --N2-- --Ca-- CEV2
L 916515 0,17 0, 20 1,48 0,015 0,004 0,030 0,002 0,004 0,07 0,03 0,04 0,008 0,006 0,0004 0,0002 0,0090 0,0008 0,44
L 916516 0, 18 0,21 1,51 0,016 0,004 0,027 0,002 0,004 0,07 0,03 0,03 0,008 0,005 0,0004 0,0002 0,0095 0,0004 0, 44
L 938769 0,09 0, 02 1,55 0,015 0,006 0,027 0,035 0,004 0,06 0, 03 0,04 0,004 0,041 0,0003 0,0000 0O,0092 0,0013 0, 36

St eel maki ng process:
Made by BOF- Continuous Casting
Gal vani zi ng cl ass

Carbon equi val ent formul a:
CEV2 = C+Mi/ 6+(Cr +Mo+V) / 5+( N +Cu)/ 15

Digitally sigy
Date: 2024.0

Del i very condition:

di mensi ons- ok
Surf ace:

Tol erance:

Si zes: EN 10029/ 2010,tab, 1 cl ass
A tab.2,tab. 3

Fl at ness: EN 10029/ 2010, c| assd

ed by Muravschi Alexandr
b.07 09:19:13 EEST

I'BERTY GALATI S. A No.1 Cal ede&son
Gal ati, Postcode 800698, Romani
i bertysteel group. coniro/

1g2N S1gaakiEgy certify that thg
satisfactory results. Al

Normalizing rolled

|

Checki ng of marking, surface, shape and

EN 10163/ 2- 2004, cl ass A, subclass 1

THI RD PART | NSPECTI ON

S| GNATURE

| NSPECTOR S_STAMP

HEAD OF QUALI TY CONTRCL

\ ! 7, 7

N /4

MOCANY PARASCHIVA
["'NSPECTOR

a9

Kkk been nmde by an approved process and satisfactorily tested i n accordance with the requirements specified in the order with
E . . ay fapert A s used in steel production are tested for radioactive contanination. Therefore we guarantee, that our products are free of
ocation: Moldova radi oactive contanination and a6\t exceed the clearing linmt value of 0,1 Bg/g, according with the Radiation Protection O dinance (StrlSchvO Annex |11,

Section 5)
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