Digitally signed by Russu Vladimir
Date: 2022.11.17 10:41:55 EET
Reason: MoldSign Signature

TocationMoldova

GGI\ZPHIIMNEH

Certificate of Analysis
YBepewe 0 KBanureTty

Product code: 18160/06
Date: 5.10.2021.

Hasue npouzeopa/Product: GAZPROMNEFT MOTO 4T 10W-40

Llapxa/Batch:11876-1057

HM_Bq keanuteta/Quality level: API SL, JASO MA2

Kapakrepuctuka, jeauHiiLia mepe Metoze Peaynratu [paHuLe
Characteristic, unit Methods Results Limits
Warnen VDM 12 BucTpa BUCKO3Ha TEYHOCT | BUCTpa BUCKO3HA TEYHOCT
Appearance Clear viscous liquid Clear viscous liquid
lyctuHa, 15°C, kg/m® Haeoow ce
Density at 15°C, kg/m? RIN DA §i14 Read
KuHemartcka BickosHocT Ha 40°C, mm2/s QuuTaHa
Kinematic Viscosity at 40°C, mm?/s PRIS130ATA 104,1 Read
Kunemarcka suckoaHocT ka 100°C, mm?/s

Kinematic Viscosity at 100°C, mm?/s SRPS 10 3104 14,93 13,8150
ﬂ:ﬂﬁgﬁ;mﬁi'}f@ W SRPS 1S0 2909 150 > 150
BuckosHoct CCV (-25 °C), mPas

Viscosity CCV (25 9C), mPas ASTM D 5293 5360 <7000
oot e SRPS EN IS0 2592 230 > 215
L et SRPS IS0 3016 42 <33
Cappxaj sosie v Tanora, viv %

Water and sediment Content, viv % SRPSIS0 3734 < 0‘.0 . shan
CKnoHocT Ka nexyLaksy/ctabunHoct nexe, mi/ml

Foaming tendency/stability, mi/ml SRPs0 R

- CekseHua | Ha 24°C

- | Sequence at 24°C 010 Max 10/0
- CexseHuya Il Ha 93.5°C

- |l Sequence at 93.5°C 0/0 Max 50/0
- CekseHua |l Ha 24°C

- lll Sequence at 24°C o Max109
Note/HanomeHa:

The product meets the requirements of the GAZPROMNEFT MOTO 4T 10W-40 product standard.

This Certificate of Analiysis has been issued on the basis of the Test Report No: 20011894820017674 from Scientific Tehnological Centar,

Direction Laboratory Downstream Novi Sad.

MpoussoA ucnykasa 3axtese cravpapaa GAZPROMNEFT MOTO 4T 10W-40.

Osa YBepetbe 0 KBANUTETY j& M30aTO Ha OCHOBY M3BewWTaja o ucnuTieaty Gpoj: 20011894620017674 Haquo -TEXHOMOLUKOr LEHTpa,

nabopatopuje Downstream Hoeu Cag.
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