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Xumuueckuit cacras, % Chomlcal composition, % /
Mramia N2/
Heat c Mn Sl S P Cr L1l Cu Tl Al As N Mo Vi Hb Ceq
|
108859-4 0,15 0,49 0,03 0,017 0,02 0,03 0,03 0,04 0,001 0,029 0,001 0,005 0,002 0.002 0,002 0,24
311007-4 0,15 0,48 0,02 0,013 0,012 0,05 0,05 0.05 0,001 0,024 0,002 0,005 0,007 0,003 0.002 025
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