CEPTUDIKAT BUNMPOBYBAHbL Ne 1-171 A Big 20.01.2021

INSPECTION CERTIFICATE
(EN 10204 - 3.1/EN 10168)

PesynsraTtu BUNnpobyBaHb Test result
XiMiyHUiA cknag % Chemical steel composition
Macosa 4acTka anemenTis, % Element mass fraction, %
C |Mn| Si S P Cr | Ni | Cu Ti As |Alléslich| Nb v Mo N CEV
Nﬁlen:ta;:v' X X X 4 X X X X x X X X x X X X
100100100 | 1000 | 1000 |100|100|100| 1000 | 1000 1000 1000 | 1000 | 1000 | 1000 | 100
711020-1| 16| 36| 1,8 18 24 4 1 1 it 3 2 8
511025| 16| 34| 1,9 20 24 3 1 1 1 3 2 8
110182-1 8| 30] 1.8 19 20 3 2 1 1 4 3 8
21101541 8| 36| 1,2 20 25 3 1 1 1 3 4 8
MexaHiuni BnacTusocTi i ’
Mechanical properties acc. Tex':'mlfr?inqu ana:;;:locn
EN 1SO 6892-1 EN ISO 148-1 FANER RO
MpaHuUS Bugos- Pobota : HepyiHia. |-
Homep| Homep nﬁMHHEC FpaHnus | weuun | Temnep. | yaapy Cg’;fm Posga- | 3ruH | koHTpons r'ﬁg D:::
napTil | nnasku Ti, MILHOCTI, sunpoBy |Activity of Lul-!rlane- BaHHS Nondest- |P H}‘H
. Elongation | BaHs impact ? Bend- ructive Hvd
Lot Ne| Heat Ne Yield | Tensile A Test ?g;? Drift over | inspection te);ﬁ?—
strength strength | A L=5p5|temperat | KV |\ fon test test ENISO o 9
=80 300/ 8402 ENISO |ENISO | 10893-2 706
Reh Rm | o T.*0 J an | 8493 | 8401 T s
MMa | Mna U So.4 12h % cek
11 7110201 388 462 37 Bur. Bur. 100 100
511025 375 424 36 Bur, Bur. 100 100
3] 11018241 315 361 42 BuT. Bur. 100 100
211015-1 312 361 41 BuT. Bur. 100 100
MpumiTka: 1. BisyansHui KOHTPONL, MapKyBaHHs Ta naKysaHHA 6e3 3ayBaxeHb.
Note: Visual inspection marking and packing - without remarks.

2. Poamipu TpyG B Mexax Aonyckis.
Pipe dimensions are permitted: DIN EN 10217-1:2019
3. MapkyBaHHs Ha 6upui / Marking on bundle tag

3a3HaveHi B LULOMY AOKYMEHTI TPyGH BIANOBIAAIOTE 38 AKICTIO YMOBAM KOHTPAKTY. e
Those in this paper tube is equal to the quality 1erms Of the CONITEEL s e e
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Biopo teyuinEore KOHTPOIK




