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LYNCMED MEDICAL TECHNICAL(BEIJING) CO.,LTD 
ROOM 119, NO.1111, SOUTH HUIHE ROAD, CHAOYANG DISTRICT, BEIJING  
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
     
Sample Description : Latex glove  
SGS Internal Ref.No. : SHHL1810057369MD 
   
Test Performed  : Selected test(s) as requested by applicant against: 

EN 420:2003+A1:2009 
  *  *  *  *  *   
Sample Receiving Date : Oct 16, 2018 
Testing Period : Oct 16, 2018- Oct 22, 2018 
Test Result(s) : Unless otherwise  stated the results shown in this test report refer only to the 

sample(s) tested. For further details, please refer to the following page(s). 
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Summary of test results： 
 
Chemical tests 
 
pH Value Pass  
 
EN 420:2003+A1:2009 
 

Test Result Level of performance 
5.1 & 6.1 Sizing See P4 - 
5.2 & 6.2 Dexterity 5 5 
 
 
 
 
 
 
 
 
 
 
 
 
 
Signed for and on behalf of                       
SGS-CSTC Standards Technical          
Services (Qingdao) Co., Ltd.               

 
______________________ 
Tina Cui (Account Executive) 
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Test Result 

 

Chemical test 

 
Clause 4.3.2 Determination of pH Value 
(ISO 3071:2005; 0.1mol/L KCI extraction) 
 
Test item  
pH value 9.1 
Conclusion Pass 

 

Notes: 

 - Requirement of EN 420:2003+A1:2009: greater than 3.5 and less than 9.5 
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� Protective Gloves General Requirements 
EN 420:2003+A1:2009 

 
 
Clause 5.1.2 & 6.1 Sizing 
 

Size of glove Length of glove (mm) Requirement Conclusion 
M 245 - - 

 
Note: Sizes of gloves (reference only) 

Glove size Fit Minimum length of glove 
6 Hands size 6 220 
7 Hands size 7 230 
8 Hands size 8 240 
9 Hands size 9 250 

10 Hands size 10 260 
11 Hands size 11 270 

 
Note: Sizes of hands (reference only) 

Hand size 
Hand circumference 

(20 mm from the crotch between thumb and index finger) 
Hand length (mm) 

6 152 160 
7 178 171 
8 203 182 
9 229 192 
10 254 204 
11 279 215 

 
 
Clause 5.2 & 6.2 Dexterity 

 

Specimen Smallest diameter of pin fulfilling test conditions (mm) Level of performance (#) 

1 5 
2 5 
3 5 

4 5 

5 

 
Remark: # = The performance level is defined as the smallest diameter of pin that can be picked up. 
 
Level of performance Smallest diameter of pin fulfilling test condition (mm) 

1 11 
2 9.5 
3 8 
4 6.5 
5 5 
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Sample Photo 

 

 
 

*** End of Report *** 
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