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Certificate of Analysis

Lndpa npovssona/Product code:
18145/03

Harym/Date: 23.01.2023

Hazus npoussona/Product name:

G-ENERGY PREMIUM C3 5W-30

lilapwa/Batch: 30094-3043

Hueo ksanuterta/Quality level: API SN; ACEA C3, MB 229.51,229.52; VW 505.01/505.00; GM dexos 2

KapakrepucTuna. iefunHnua mepe Metone Pesynratu Ipanuue
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ke Ui} SRPS EN ISO 2592 232 > 215
G SRPS 150 3016 <42 <36
Cyndparru nenes, mim % SRPS ISO 3987 0.72 <08
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Sk tendencysavity, miml SRPS 150 6247
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gl Se:Lf;n;é_:: 325 0/0 Max 20/0
I essis 0/0 Max 10/0
EQ ;:gi;gi;,g SRPS IS0 3771 70 27
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The product meets the requirements of the standard of G-ENERGY PREMIUM C3 5W-30
This Certificate of Analiysis has been issued on the basis of the Test Report No: 20030307 from Scientific Tehnological Centar, Direction

Laboratory Downstream Novi Sad.

Bpoi: 20030307 Hayuxo-TexHonowker ueHTpa, nabopatopuje

Merayep 3a (BANUTET NPOM3BOAA ¥ CUPOBIHA
Product and raw materials quality manager
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