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Frodust, Erzegnision, Produt Wark of Manulscturer Procsas | bapsstocs starrp
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1 5 52722 5 0,8 X 1500 X 3000 MM 150 4236 KRG 27
Mno.m Chemical compoaition, Gharniacha Zi g, Co kg
Coutée n* G Si Mn P 8 Cr Ni N
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52722 0,025 0,39 1,62 0,033 0,002 18,1 8,2
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i % % % |HB30 EN 10002-1 AT ROON TEMP,
IN DELIVERY CONDITION
1. E 317 355 645 64 89 180 PERPEND. TO ROLLINGDIR,
RP0.2 PROOF STRENGTH

RP1.0 PROOF STRENGTH
RM TENSILE STRENGTH
A50 ELONGATION GL 50 MM
A5 ELONG. GL PROPORT.

HB30 BRINELL HARDNESS
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ASTM A240/A240M -05
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