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Laboratory Technician Quality Chief

Haydar Kara Aykut OvacıklıoğluWE HEREBY CERTIFY THAT THE MATERIAL HEREIN HAS BEEN MADE AND TESTED IN ACCORDANCEWITH ABOVE SPECIFICATION AND
THE RESULTS OF ALL TEST ARE ACCEPTANCE.
This certificate is prepared in electronic data system and having validity without signature in accordance with item 5 of EN 10204 standart.

MECHANICAL PROPERTIES / CHEMICAL ANALYSIS

Customer METALICA-ZUEV S.R.L. Order MZV-16 249100 Date 05.06.2024
Sending KARAYOLU Report 00497482 Page 1/1

TEST RESULTS

MILL'S TEST CERTIFICATE
( ACC. TO EN 10204 / 3.1 )

Yücel Boru ve Profil Endüstrisi A.Ş.
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16x1500x6000 2402015101 4 4.566 HR S235JR 430 311 31 - 0,146 0,011 0,651 0,020 0,016 0,024 0,020 0,001 0,004 0,043 0,029 0,001 0,001 0,005 0,264 413482 EN10025-2:2019

16x1500x6000 2402015102 3 3.425 HR S235JR 430 311 31 - 0,146 0,011 0,651 0,020 0,016 0,024 0,020 0,001 0,004 0,043 0,029 0,001 0,001 0,005 0,264 413482 EN10025-2:2019

16x1500x6000 2402015103 3 3.425 HR S235JR 430 311 31 - 0,146 0,011 0,651 0,020 0,016 0,024 0,020 0,001 0,004 0,043 0,029 0,001 0,001 0,005 0,264 413482 EN10025-2:2019

20x1500x6000 2402035404 4 5.708 HR S235JR 418 310 31 - 0,139 0,012 0,659 0,013 0,010 0,026 0,026 0,002 0,004 0,043 0,039 0,001 0,001 0,004 0,260 412634 EN10025-2:2019

20x1500x6000 2402034705 3 4.281 HR S235JR 440 307 33 - 0,139 0,007 0,644 0,015 0,010 0,021 0,016 0,001 0,003 0,044 0,045 0,001 0,001 0,005 0,255 432165 EN10025-2:2019
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