\Traducere din limba engleza in limba roméana 3095
Compania de inspectie a calitatii Nanjing Jingning
Certificat de calitate

Surub pentru gips-carton, Filet grosier, Fosfat GRI

X e

Specificatie Articole Standard de Viteza de Rezultat Articole
torsiune atac Profmet
3,5x16 2.80 1S Acc. 002001
3,5x19 2.80 18 Acc. 002002
3,5x25 2.80 1S Acc. 002003
3,5x32 2.80 1S Acc. 002004
3,5x35 2.80 1S Acc. 002005
3,5x41 2.80 1S Acc. 002006
Surub de 3,5x45 2.80 1S Acc. 002007
gips-carton, 3,5x51 2.80 1S Acc. 002008
Filet grosier 3 5x55 280 1s Ace. 002009
3,8x64 3.40 1S Acc. 002010
4,270 4.90 1S Acc. 002011
4,276 4.90 1S Acc. 002012
4,8x89 6.80 1S Acc. 002013
4,8x95 6.80 1S Acc. 002014
4,8x102 6.80 1S Acc. 002015
4,8x120 6.80 1S Acc. 002016
_ 4,8x152 6.80 1S Acc. 002017
Nota: Acc. Inseamna acceptabil
Clasa de otel: SWRCH22A
Specificatie: Q/ASB 234-2015
Compozitie chimica si Specificatii tehnice
Element C% Si% Mn% P% S% Cr%
Raport 21 8 78 1.7 0.7 2
Alungire I(D::)Onct(re?](;;ai‘je Rezister(llg\jplz)trac;iune
Digitally signed by Grozavu Ecatprina
Date: 2p25.11. 2RAQOOL EET 64% 498
Reasont MoldSign Signature

Location: Moldova
MOLDOVA EUROPEANA ‘




Data inspectiei: 20.1.2016

Inspector: Li Jun

Stampila: /Compania de inspectie a calititii Nanjing Jingning/
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