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QDHL2206008794MD

Test Report

Report No.: QDHL2206008794MD

Applicant: TIANCHANG CITY ANRUI MEDICAL

EQUIPMENTS CO.,LTD

Manufacturer: TIANCHANG CITY ANRUI MEDICAL

EQUIPMENTS CO.,LTD

Sample Description:

Sample Type:

Test Type:

STERILE LATEX SURGICAL GLOVES

7.0 POWDER FREE

SUBMITTED BY CLIENT

SGS does not verify authenticity of any Brand/Trademark of products. Buyers must check if the product is
genuine with the Brand/Trademark owner directly.
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SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.

Test Results

No. Test Items StCaIr;chlz(rad/ Requirement Test Result | Assessment | Remark
1 Dimensions
EN 455-2: | Median value:
1.1 Length 2015 Clause Size 7.0: Pass /
42 2270mm Sample See
quantity: | appendix 1
EN 455-2: | Median value: 13pcs for details
1.2 Width 2015 Clause Size 7.0: Pass /
43 89+5mm
2 | Strength
EN 455-2: ; _
2.1 | Force at break | 2015 Clause Me-ao)l!afgvgll\lue. Pass /
592 B Sample See
quantity: | appendix 2
Force at break EN 455-2: Median value: 13pcs for details
2.2 | after challenge | 2015 Clause a): 29.0N ' Pass /
testing 53
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Report No.: QDHL2206008794MD Page 4 of 6
SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.

Appendix 1: Dimensions

Size 7.0

Specimen No. Length (mm) Width (mm)

291 92

289 93

286 93

284 92

282 93

290 93

291 92

285 92

290 93

285 92

284 93

ol No|uo|sw|N| =

285 93

13 291 93

Standard requirement 2270 8915

Median value 286 93

Appendix 2: Strength

Size: 7.0
Before aging After aging
Specimen No. Force at break (N) | Specimen No. Force at break (N)
19.3 21.6
23.0 19.4
20.5 18.6
21.9 18.2
20.4 19.1
21.3 18.6
21.6 18.8
18.2 20.2
21.4 19.6
21.7 20.1
21.0 20.3
21.6 19.4
13 22.2 13 21.3
Sta_ndard 590 Sta_ndard 590
requirement requirement
Median value 21.4 Median value 19.4
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Report No.: QDHL2206008794MD Page 5 of 6
SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.

Test Report Picture Page

Picture and Description

Sterile Latex
SURGICAL GL_ )

Product information is provided by applicant without verification of authentication of the brand.

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
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Test Report

Report No.: QDHL2206008795MD-01

Applicant: TIANCHANG CITY ANRUI MEDICAL
EQUIPMENTS CO.,LTD

Manufacturer: TIANCHANG CITY ANRUI MEDICAL
EQUIPMENTS CO.,LTD

Sample Description:  STERILE LATEX SURGICAL GLOVES

Sample Type: 7.0 POWDER FREE

Test Type: SUBMITTED BY CLIENT

SGS does not verify authenticity of any Brand/Trademark of products. Buyers must check if the product is

enuine with the Brand/Trademark owner directly.

SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at hitp://www.sgs comlenfTsrms and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic Documents a sgs.com/en/Terms-ani -Conditions/Terms-e-Document. ASPX.
Attention is drawn to the of liability, | and unsdlclmn issues defined therein. Any holder of this document is
advised that information contained hereon reflects the Company's fmdlngs at the time of its intervention only and within the limits of
Client's instructions, if any. The Company's sole responsibility is te its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, fnr%ery or falsification of the content or

sppaaram:a of this documenl 1s unlawfut and nffsnders may be prosecuted to the fullasl extant the law.
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SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.

Test Results

Page 3 of 5

No. Test Items Standara Requirement Test Result ABEEES Remark
Clause ment

EN 455-

Powder CI:;:ust;g 2 Sample quantity: 6 pcs

' . 0.2mg per
1 (Powder-free EN ISO Average: <2mg per Pass /
glove

ghyves) 21171:2006 glove

Method C

S8 Center, No.143, Zhuzhou Road, Laoshan District, Qingdao, Shandong, China 266101 1 (86-532) 68999888
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except In full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appsarance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Sample

STERILE LATEX SURGICAL
GLOVES

Description Submitted by | Random SRR DA aEil s e
Applicant () | sampling (—)

Brand / Type/Specifications 7.0 POWDER FREE
TIANCHANG CITY ANRUI

Applicant MEDICAL EQUIPMENTS Test Type SUBMITTED BY CLIENT
CO.LTD

Aoplicant RENHE INDUSTRIAL

Aggress DISTRICT, TIANCHANG CITY, Lot No. 220310
ANHUI PROVINCE, CHINA
TIANCHANG CITY ANRUI

Manufacturer MEDICAL EQUIPMENTS Inspection Report No. | ——
CO.LTD

IPepELIEd — Manufacture Date | 2022.03

Company

Sampled By e Sample Quantity 100PAIRS

Sampled .

LEmatia  — Lot Quantity 100000PCS

Sampled Date —_— Testing Location QINGDAO

Sample . : JUN.23,2022 TO

Received Date JUN.23,2022 Testing Period JUN.29.2022

Test items Water tightness test for detection of holes
Testing EN 455-1:2020 Medical Gloves for Single Use — Part 1: Requirements and Testing for
Accordance Freedom from Holes Clause 5
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SGS-CSTC Standards Technical Services (Qingdao) Co., Ltd.

Test Results

Page 3 of 5

No.

Test ltems

Standard

Requirement Test Result | Assessment
/Clause

Remark

Water tightness test
for detection of
holes

Sample quantity:
EN 455-1: 200pcs

2020 Clause AQL: 0.65 Found: 0 Pass

5 Ac: 3

Re: 4

*kkkkkhkkkk

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at hll .'Iwww s s com.'en/'l'ai‘mSvand Conditions.aspx and, for electronic format documents,
subject to Terms and Cenditions for Electrol 7 -Gondﬂlonszarms~e Dncumenl as) x.
Attention is drawn to the limitation of Iiahlllty ndemnlﬂcatmn and juris ny
advised that information contained hereon reflects the Company's flndlngs at the time of 1!3 intervention only and wnhm the limits uf
Client's instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
except In full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
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