JSC VOLGA
CERTIFICATE OF QUALITY / CEPTHO®HKAT KAYECTBA

Date: 2023.02.20 07:57:21 EET

Reason: MoldSign Signature
Location: Moldova

No 306 13.12.2022
8§ PM MDA 24103466
Parameters
2
Substance, g/m 452
Macca 1 kB. M, T
Caliper, mm
0,077
Tommuna, MM
. 3
Density, g/cm 3 0.59
ITnotHOCTS, IYeM
3
Bulk, cm™/g . 170
[IyxnocTh, ¢cM™ /T
Moisture content, % 25
BiaxHocTs, % ’
Tear resistance in C1D, mN
Abc. CONPOTHBICHHE pazIHPaHHIO 277
B MOMEPEYHOM HalpapneHnH, MH
Breaking length, km
PaspeiBras pnmaa 5.63
B MPOJOJILHOM HallPaBJIEHUH, KM
El tion, %
ongation, % 0.83
Y umuenne, %
Roughness (Bendtsen), ml/min 115
UlepoxoBaTocTh 110 benarceny, Mi1/MUH
Porosity (Bendtsen), ml/min 284
[lopuctocTs o beHATCEHY, MI/MUH
Brightness, % (R457 C) 50.8
Benmusta, % (R 457 C) ’
3 0,
Opacity, % 92.0
Henpospaunocts, %
Shade a 0,49
OtTeHoK a
Shade b 3.53
OtreHok b
Hauamernk OJITK u K B ol S I'ypeitea C.A.
i g
3aM.IeHepaTHHOTO MMPEKTOPA 110,
IPOH3 BGB%T&Yy signed by Erulevici V}tali Uyprines A.B.




		2023-02-20T07:57:21+0200
	Moldova
	MoldSign Signature




