
ITEM NO SIZE WALL THICK. LENGTH HEAT YS TS Elong.

(mm.) (mm.) (mm.) NO C Si Mn P S Al N (5) Cev N/mm2 N/mm2 % R °C KGS

1 2 3 avg.

1 88,9 4,00 12,000 0,090 0,090 0,980 0,015 0,009 0,030 0,006 0,264 350 462 25 - - - - OK
2 159,0 5,00 12,000 0,160 0,180 1,135 0,012 0,005 0,029 0,007 0,395 405 514 29 - - - - OK
3 273,0 6,00 12,000 0,145 0,110 1,220 0,011 0,010 0,028 0,007 0,359 410 505 28 - - - - OK

(1)Tensile test - Test Piece shape and test results (2)Cast analysis and, if applicable, product analysis (3)Impact Test - Test piece type and test results, if applicable; (4)Non Destructive Test according to:  EN ISO 10893-2 Level E4 (5) Cev:  C + (Mn/6) + (Cr+Mo+V)/5 + (Ni +Cu)/15

Tensile Test according to: EN ISO 6892-1 Chemical Analysis according to: CR 10261 Impact Test according to: EN ISO 148-1 v notch Surface condition and Dimensions according to: EN 10217-1 Cev : Carbon equivalent

Direction of test pieces and test temperature : t / Rt l : Longitudinal  t : Transverse YS: Yield Strength TS: Tensile Strength

MMZ ONUR BORU PROFİL ÜRETİM SAN. VE  TİC. A.Ş

FAC:Ayazlı Mah. Ereğli Cad. No:180-182 AKÇAKOCA/DÜZCE

TEL(FAC): +90 380 618 7070 www.mmz.com.tr

BEVELED

INSIDE WELD REMOVED, HYDROSTATIC TESTED

REMARKS
THIS MILL TEST CERTIFICATE IS NOT VALID UNLESS IT IS STAMPTED AND SIGNED BY THE COMPANY'S AUTHORIZED QUALITY CONTROL DEPARTMENT OFFICAL.

QUALITY CONTROL MANAGERF. No:F 12.01-01,  Rev.No:03

COMPANY
STAMP

Rt : Room Temperature

WE HEREBY DECLARE THAT THE DESCRIBED GOODS ARE PROCESSED WITHOUT INCORPORATING IRON AND STEEL PRODUCTS ORIGINATING IN RUSSIA OR BELARUS AND THAT THE DESCRIBED GOODS ARE IN CONFORMITY WITH THE EU REGULATION NO. 833/2014 OF 31 JULY 2014 AND ALL FURTHER AMENDMENTS ACCORDINGLY.

SIGNED BY THE MILL

NOTES

CUSTOMER:
ADRES:

DESCRIPTION OF GOODS:
PRODUCTION STANDARD:

DELIVERY CONDITION:

MATERIAL QUALITY: 
COUNTRY OF PROD.:

ERW STEEL CIRCULAR HOLLOW SECTION

EN 10217-1

P 265 TR1

TÜRKİYE

(1) MECHANICAL
PROPERTIES

(3) IMPACT TEST
(4) NDT

TOTAL
PIECES

THEORETICAL
WEIGHT

  (2) CHEMICAL PROPERTIES (% ) v notch

Temperature :

ORDER NO:

CERT.NO:
REF. NO: T251770

DATE: 22.01.2025
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MILL TEST CERTIFICATE

(Acc. To:EN 10204 3.1)
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