RA: A/1 RIERE: RiE
JOM W — AR H M E R A A
Guangzhou Double One Latex Products CO., Ltd
General Report of Condom Testing
QESR(06)—004
ITHE
UNFPA-70191019
PO No.
BB L PR 3
25UNO008 YeH Smooth . 53mm
Batch No. Variety Width
Ar=H R IR WHO #5E—2020 Eiii e BT
2025-08-14 495360 pcs
Date of Manufacturing Testing Standard | WHO Specification—2020 | Sampling Base
g ASE ~ R B 3
2025-08-15 & 2025-08-23 2025-08-23
Date of Testing Date of Report
B OB % R IRV
W% g SRk Testing Result Evaluation
A A AN TETR =
. o AQL - FERRA | DEtd
Testing Items Technique index TR HE
No.of Noof Unqualified |  AQL
Testing Value Result
Samples | Samples
Z A6 B | AR (dm?
B (dm?) >18.0 15.6-57.0 315 2
R Bursting Volume o
Bef 1.5 2 <1.5 Qualified
efore E ualifie
_ FE7(cPa) >1.0 0.87-2.64 315 2
Aging Bursting Pressure .
#Z 4 5 | tRRdm?
5 | AR (dm?) >18.0 13.8-55.6 315 2
M Bursting Volume L
AR 1.5 2 <1.5 Qualified
er < ualifie
. HEJy(ba) >1.0 0.84-2.67 315 1
Aging Bursting Pressure
B T ] ) ] 2k
0.25 315 0 <<0.25
Freedom From Holes No Holes Qualified
o H LR TR 3 at%
) 0.4 315 0 <04
Critical Visible Defects No Defects Qualified
ToAEATE] S
Bl piamlioli Rag ok HAFO ik
- B _ 0.4 315 0 <04
Visibly open package seals | No visibly sealing Qualified
opening
EESRE g T ik
2.5 32 0 <2.5
Package Integrity No Leakage Qualified
HEF= N Et
550+150 4.0 465-508 13 0 <4.0
Quantity of lubricant(mg) Qualified
KB %
>180 1.0 183-189 13 0 <1.0
Length (mm) Qualified
Rt W ) o
53£2 1.0 52.0-53.0 13 0 <1.0
Size Width (mm) Qualified
R &
0.065+0.01 1.0 0.055-0.065 13 0 <1.0
Thickness(mm) Qualified
A EFbRE e e
. . 2.5 32 0 <2.5
Packaging and Labeling Qualified Qualified
BaAEEE | e M WHO MTE—2020 FREEEER.
Conclusion Conformed to WHO Specification—2020 and Customers Request.
B (Verified by): #3CIE E#( Evaluated by): A2 BEe (Filled by): T




}‘%}5/(2&: A/1 %fﬁ){kﬁt}\ 5'7%5&%
oM X — R B E R A A
Guangzhou Double One Latex Products CO., Ltd
General Report of Condom Testing
QESR(06)—004
THE
UNFPA-70191019
PO No.
RS A PR
25UN009 e Smooth 53mm
Batch No. Variety Width
s BIAKE WHO #liE—2020 TR
) 2025-08-15 ) 495360 pcs
Date of Manufacturing Testing Standard | WHO Specification—2020 | Sampling Base
W HH . HEEM
2025-08-16 & 2025-08-25 2025-08-25
Date of Testing Date of Report
W % T H SR IR Testing Result Evaluation
g L EXaN y
. L AQL N FEARAN | REHH N
Testing Items Technique index RE HE
No.of No.of Unqualified| AQL
Testing Value Result
' Samples | Samples
Z 8| thindm?
R dm) >18.0 14.2-57.0 315 2
gt Bursting Volume Bk
Bef 1.5 2 <1.5 Qualified
efore % 7 ualifie
. 712 >1.0 0.80-2.36 315 2
Aging Bursting Pressure
% 5 | #4#dm?
5| R (dm?) >18.0 12.3-57.0 315 3
30 Bursting Volume &k
Afl 1.5 3 <1.5 Qualified
er 2 F(k ualifie
. E73ca) >1.0 0.95-2.52 315 2
Aging Bursting Pressure
iR FEHL atE
0.25 315 0 <0.25
Freedom From Holes No Holes Qualified
o E ] JLER B Tk R G
0.4 315 0 <0.4
Critical Visible Defects No Defects Qualified
ToARAT A MR
Af S O RS HAD “hk
0.4 315 0 <0.4
Visibly open package seals | No visibly sealing Qualified
opening
BT TE T i
2.5 32 0 <2.5
Package Integrity No Leakage Qualified
iR pilh v
550+150 4.0 475-500 13 0 <4.0 )
Quantity of lubricant(mg) Qualified
K EHE
>180 1.0 181-189 13 0 <1.0 )
Length (mm) Qualified
R HEE ik
5342 1.0 51.5-52.5 13 0 <1.0 )
Size Width (mm) Qualified
B ik
0.065+0.01 1.0 0.056-0.070 13 0 <1.0 .
Thickness(mm) Qualified
RS G o
AR . 4 25 32 0 <25 -
Packaging and Labeling Quatified Qualified
ZEAEEL | e P M WHO MITE—2020 KRBk,
Conclusion Conformed to WHO Specification—2020 and Customers Request.
B#%(Verified by): #3C1F E#%( Evaluated by): F%Z 5% (Filled by): {EiF##




RRAs: A/1 RERE: XE
oM — BB H o E R A H
Guangzhou Double One Latex Products CO., Ltd
General Report of Condom Testing
QESR(06)—004
s
UNFPA-70191019
PO No.
ERR B RS FRFR 5 B
25UNO010 ) JeHE  Smooth 53mm
Batch No. Variety Width
A= H R i KRR WHO #3E—2020 RS
. 2025-08-16 495360 pes
Date of Manufacturing Testing Standard | WHO Specification—2020 | Sampling Base
oL AR . e R
2025-08-18 Z 2025-08-26 2025-08-26
Date of Testing Date of Report
oW % R BT
% % 5 H bR AT Testing Result Evaluation
o gy HL BER
. o AQL | BAKAS | FaHs N
Testing Items Technique index MARAE Fl5E
No.of No.of  Unqualified AQL
Testing Value Result
Samples | Samples
Z B | AFdm?
AER(dm?) >18.0 21.0-57.5 315 0
o2 Bursting Volume e
Bef 1.5 : 0 <1.5 Qualified
efore % 7 ualitie
' 1P >1.0 1.15-2.67 315 0
Aging Bursting Pressure
Z B | 45 dm?
5 | A (dm?) >18.0 15.4-55.9 315 1
PR Bursting Volume Y
A 1.5 1 <15 Qualified
er A ualifie
. I (cba) >1.0 0.80-2.62 315 1
Aging Bursting Pressure
AR e i
0.25 - 315 0 <0.25
Freedom From Holes No Holes Qualified
P B ] LR ToRBA L
0.4 . 315 0 <04
Critical Visible Defects No Defects Qualified
ToAEARTFT LB
CIREPranlioERarok HFFO B
0.4 315 0 <0.4
Visibly open package seals | No visibly sealing Qualified
opening
Aie el TR at%
2.5 32 0 <2.5
Package Integrity No Leakage Qualified
Ve i i E%
550+150 4.0 475-497 13 0 <4.0
Quantity of lubricant(mg) Qualified
K B
>180 1.0 183-194 13 0 <1.0 )
Length (mm) Qualified
ReF FEE i i X Cics
53%2 1.0 51.5-52.5 13 0 <1.0 )
Size Width (mm) Qualified
BE B
0.065+0.01 1.0 0.059-0.067 13 0 <1.0 )
Thickness(mm) Qualified
(T T iy i Y
. . 2.5 32 0 <2.5
Packaging and Labeling Qualified Qualified
GEAREER | fHa%/ M WHO MIE—2020 4RHEER,
Conclusion Conformed to WHO Specification—2020 and Customers Request.
B9iZ(Verified by): #3CIF E#( Evaluated by): FH%® 5% (Filled by): {E7&#




RRAs: A/1 ZERE: RIE
JoH R — R B E R A A
Guangzhou Double One Latex Products CO., Ltd
BEERREE MRS
General Report of Condom Testing
QESR(06)—004
TEE
UNFPA-70191019
PO No.
LR ol B |
25UN012 FeIE Smooth 53mm
Batch No. Variety Width
7 H I KR AK R WHO #{E—2020 TR
) 2025-08-19 ] . 4935360 pcs
Date of Manufacturing Testing Standard | WHO Specification—2020 | Sampling Base
LogsARE Ul . & H
) 2025-08-20 & 2025-08-28 2025-08-28
Date of Testing Date of Report
W & R BATEA
W% T H T Testing Result Evaluation
LA T BAR
. S AQL . BN | aRE .
Testing Items Technique index TR A #lre
No.of No.of  Ungqualified AQL
Testing Value Result
Samples | Samples
Z b Bl | (R (dm?
AR (dm?) >18.0 14.8-56.8 315 2
R Bursting Volume P
Bef 1.5 2 <15 Oualified
efore ; ualifie
, E73(kP2) >1.0 1.08-2.39 315 0
Aging Bursting Pressure
Z 5 | thE(dm?
= | RAR(dm?) >18.0 16.7-57.3 315 1 4
TR Bursting Volume kg
i 1.5 1 <1.3 Qualified
er - ualifie
_ 71 (cba) >1.0 1.01-2.49 315 0
Aging Bursting Pressure
AR T+ %
0.25 315 0 <0.25
Freedom From Holes No Holes Qualified
7= L A LR B TR B o
0.4 315 0 <0.4
Critical Visible Defects No Defects Qualified
ToARAAT ] I B
A L2 H T O A IO CLii
0.4 315 0 <0.4
Visibly open package seals | No visibly sealing Qualified
opening
EELY S0 T i Epi
2.5 32 0 <25
Package Integrity No Leakage Qualified
A& i
550+150 4.0 479-491 13 0 <4.0
Quantity of lubricant(mg) Qualified
i i
>180 1.0 189-192 13 0 <1.0 )
Length (mm) Qualified
R~ R L
) 5342 1.0 52.0-52.5 13 0 <1.0 )
Size Width (mm) Qualified
J28; 3 ais
] 0.065+0.01 1.0 0.061-0.068 13 0 <1.0
Thickness(mm) Qualified
AEEMFRE i i ot
. . 2.5 - 32 0 <2.5
Packaging and Labeling Qualified Qualified
GEHIRER | e WHO HITE—2020 FREESR.
Conclusion Conformed to WHO Specification—2020 and Customers Request.
B#%(Verified by): #3(IE S#( Evaluated by): F%2 1B (Filled by): {LiEls




fRA%: A/1 RERES: XiE
oM — FR H MR A F
Guangzhou Double One Latex Products CO., Ltd
BEERRBESRS
General Report of Condom Testing
QESR(06)—004
E A ’
UNFPA-70191019
PO No.
B BT nrL AR B
25UNO013 ) J6H  Smooth ) 53mm
Batch No. Variety Width
AFEHE R38R E WHO #FE—2020 il
2025-08-20 495360 pcs
Date of Manufacturing Testing Standard | WHO Specification—2020 | Sampling Base
o rARE Y . HwEHM
2025-08-21 £ 2025-08-29 2025-08-29
Date of Testing Date of Report
OB & B BITVEANY
K % % H SR I Testing Result Evaluation
Wogw HVR .
) o AQL | BEAKN | R N
Testing Items Technique index iAE i
No.of No.of  Unqualified AQL
Testing Value Result
Samples | Samples
Z 4 7 | AR (dm?
AR (@m?) >18.0 21.7-56.0 315 0
}f&ﬁﬁ Bursting Volume ‘3’%’
Bt 1.5 0 <1.5 Qualified
efore x ualifie
‘ FEJyba) >1.0 1.13-2.54 315 0
Aging Bursting Pressure
A B | 1R (d?
= | R m?) >18.0 14.9-56.9 315 2
R Bursting Volume A%
AR 1.5 2 <1.5 Qualified
er . ualifie
, 7y kPa) >1.0 1.00-2.40 315 0
Aging Bursting Pressure
AR FoEHL %
0.25 315 1 <0.25
Freedom From Holes No Holes Qualified
e i1 R R e RSE] %
0.4 315 0 <04
Critical Visible Defects No Defects Qualified
TARAT ]
AL T O R 5 HIO i
) . 0.4 315 0 <0.4
Visibly open package seals No visibly sealing Qualified
opening
R T Bk
) 2.5 32 0 <2.5
Package Integrity No Leakage Qualified
SV ] ok
) ) 550+150 4.0 470-486 13 0 <4.0
Quantity of lubricant(mg) Qualified
K otk
>180 1.0 187-192 13 0 <1.0
Length (mm) Qualified
Rt B ai
] ) 53£2 1.0 52.0-53.0 13 0 <1.0
Size Width (mm) Qualified
BE ik
. 0.065+0.01 1.0 0.061-0.067 13 0 <1.0
Thickness(mm) Qualified
AR E iy Gy
. . 2.5 32 0 <2.5
Packaging and Labeling Qualified Qualified
BREHEER | fad AR WHO HITE—2020 FRHEER
Conclusion Conformed to WHO Specification—2020 and Customers Request.
B#%(Verified by): # % IF E#%( Evaluated by): A8 1H5R (Filled by): fEiE#:




hAs: A/1 ZERE: 25
JoON O — RO B R A R A
Guangzhou Double One Latex Products CO., Ltd
BREERBEZSME
General Report of Condom Testing
QESR(06)—004
TR
7 UNFPA-70191019
PO No.
ZR RS s FRFR S
25UN014 . H®  Smooth . 53mm
Batch No. Variety Width
AR IR R WHO #¥E—2020 i
2025-08-21 ) o ] 495360 pcs
Date of Manufacturing Testing Standard | WHO Specification—2020 | Sampling Base
LT SARE Y] e s B
2025-08-22 & 2025-08-30 2025-08-30
Date of Testing Date of Report
v B 4 R B IGPFAY
K% T H SR Ik Testing Result Evaluation
& b It B ”
i o AQL . BEARRA | TEHE .
Testing Items Technique index W fE HE
No.of No.of  Unqualified AQL
Testing Value Result
Samples Samples
Z 4 /|48 dm?
B () >18.0 15.4-56.0 315 1 ,
@Eﬁ Bursting Volume 'é'jr%
Ber 1.5 1 <1.5 Qualified
efore > ualifie
. B75cPa) >1.0 1.04-2.37 315 0
Aging Bursting Pressure
% 4k B | R dm?
> Yo EBR(dm?) >18.0 16.7-56.0 315 1
HET Bursting Volume i
AR 1.5 1 <1.5 Qualified
er % ualifie
, e 710cba) >1.0 1.01-2.59 315 0
Aging Bursting Pressure
B TeEHL %
0.25 315 1 <0.25
Freedom From Holes No Holes Qualified
P AR e TR Bk
0.4 315 0 <04
Critical Visible Defects No Defects Qualified
ToARART AT W 5
LA HE I O EAE HIFO Gt
0.4 315 0 <04
Visibly open package seals | No visibly sealing Qualified
opening
EERE TR : Gk
25 32 0 <2.5
Package Integrity No Leakage Qualified
T ) ok
) 550150 4.0 480-492 13 0 <4.0
Quantity of lubricant(mg) Qualified
KB L
>180 1.0 190-197 13 0 <1.0
Length (mm) Qualified
R~F R ag
. ) 53+2 1.0 51.5-52.0 13 0 <1.0
Size Width (mm) Qualified
B atE
] 0.065+0.01 1.0 0.061-0.066 13 0 <1.0 )
Thickness(mm) Qualified
AT E e Gl
. . 2.5 32 0 <2.5
Packaging and Labeling Qualified Qualified
GEFESE | He%A WHO ME—2020 ARHEER,
Conclusion Conformed to WHO Specification-—2020 and Customers Request.
B#%(Verified by): #CIF E#( Evaluated by): BB 5% (Filled by): (E##




MA: A/1 REBRE R
oM X — RO H W R A
Guangzhou Double One Latex Products CO., Ltd
BEERREEMRSE
General Report of Condom Testing
QESR(06)—004
TS
UNFPA-70191019
PO No.
EREAE ) A FRFR 5 B )
25UN015 JEE  Smooth ) 53mm
Batch No. Variety Width
ArF=HH KRR WHO #i#E—2020 e g
2025-08-22 495360 pcs
Date of Manufacturing Testing Standard | WHO Specification—2020 | Sampling Base
iR ARE . k&M
2025-08-23 & 2025-09-01 2025-09-01
Date of Testing Date of Report
B owm 5 R L ATE iy
% 1% 5 H SR AR Testing Result Evaluation
A el HR y
. L AQL - FEARRAN | AR
Testing Items Technique index TRAE HiE
No.of No.of Unqualified |  AQL
Testing Value Result
Samples | Samples
Z b A | A (dm?
HER(dm?) >18.0 15.0-56.8 315 1
2 Bursting Volume e
Bef 1.5 1 <1.5 Qualified
efore % ualifie
_ (kP2 >1.0 1.09-2.42 315 0
Aging Bursting Pressure
Z N B | #Edm?
5| A >18.0 16.9-57.7 315 2
R Bursting Volume s
Aft 1.5 2 <1.5 Qualified
er : ualifie
_ I (<pa) >1.0 1.03-2.44 315 0
Aging Bursting Pressure
LR Teit L L
0.25 315 0 <0.25
Freedom From Holes No Holes Qualified
FEE ] LG Jo B %
0.4 315 0 <0.4
Critical Visible Defects No Defects Qualified
FoAEAT ] SR
A WL T OB M2 HAO ik
0.4 315 0 <04
Visibly open package seals No visibly sealing Qualified
opening
@EFn sk TBR atk
2.5 32 0 <25
Package Integrity No Leakage Qualified
HEFE %
550150 4.0 480-495 13 0 <4.0
Quantity of lubricant(img) Qualified
KB g
>180 1.0 187-194 13 0 <1.0
Length (mm) Qualified
R R =ik
) 5342 1.0 51.0-52.0 13 0 <1.0
Size Width (mm) Qualified
BRE GRS
. 0.065+0.01 1.0 0.062-0.069 13 0 <1.0
Thickness(mm) Qualified
AR E e Gl
. . 2.5 32 0 <25
Packaging and Labeling Qualified Qualified
GREFESI | fa% A WHO MITE—2020 FRHER .
Conclusion Conformed to WHO Specification—2020 and Customers Request.
Bat(Verified by): $3CIE E#%( Evaluated by): F%EB 183 (Filled by): i




fRA: A/1 RS RiE
oM — R H & AR A A
Guangzhou Double One Latex Products CO., Ltd
General Report of Condom Testing
QESR(06)—004
ITHE
UNFPA-70191019
PO No.
ERRBAE L BRAR B B
25UN016 . JiM  Smooth ] 53mm
Batch No. Variety Width
A= H i KR WHO #7E—2020 iR S
] 2025-08-23 ] ] 495360 pcs
Date of Manufacturing Testing Standard | WHO Specification—2020 | Sampling Base
Loz ARE L] . e
. 2025-08-25 & 2025-09-02 2025-09-02
Date of Testing Date of Report
BB # R BTPRAN
%% SR Testing Result Evaluation
sy =1 7N -
_ o AQL . FEARD | D
Testing Items Technique index WRAE HlE
No.of No.of  Unqualified AQL
Testing Value Result
Samples | Samples
Z b 7| hisdm?
#R(dm?) >18.0 17.1-57.0 315 1
R Bursting Volume o
Bof 1.5 1 <1.5 Qualified
efore : ualifie
, 7 (kba) >1.0 0.97-2.45 315 1
Aging Bursting Pressure
Z N 5 | R (dm?
= | AR (dm?) >18.0 13.3-56.4 315 2
R Bursting Volume k%
Aft 1.5 2 <15 Qualified
er 2 ualifie
, 71kPa) >1.0 0.75-2.47 315 1
Aging Bursting Pressure
L pnaih atk
0.25 - 315 1 <0.23
Freedom From Holes No Holes Qualified
FEE A Wk NS e
B o 0.4 313 0 <04
Critical Visible Defects No Defects Qualified
TCARAAT AT WA
Al WL E I OB AR HFFO i
o o ) 0.4 315 0 <0.4
Visibly open package seals | No visibly sealing Qualified
opening
2.5 32 0 <25
Package Integrity No Leakage Qualified
HERE 3 &%
) . 550+150 4.0 480-493 13 0 <4.0
Quantity of lubricant(mg) Qualified
KB ik
>180 1.0 187-194 13 0 <1.0
Length (mm) Qualified
R~F R i &
5342 1.0 51.5-52.5 13 0 <1.0
Size Width (mm) Qualified
L ot
] 0.065+0.01 1.0 0.058-0.064 13 0 <1.0
Thickness(mm) Qualified
AREMRE fra atk
. . 2.5 32 0 <2.5
Packaging and Labeling Qualified Qualified
EREFIEER | A% R WHO HITE—2020 FREEER
Conclusion Conformed to WHO Specification—2020 and Customers Request.
B (Verified by): #3CIF £#( Evaluated by): E%ER 1555 (Filled by): HE35




fRAs: A/1 ZERE: 2
JoHO — RO A A R A A
Guangzhou Double One Latex Products CO., Ltd
BEEREEZERS
General Report of Condom Testing
QESR(06)— 004
WS
UNFPA-70191019
PO No.
ZIREMT BhEL KRR 38 B i
25UNO017 . JEE Smooth . 53mm
Batch No. Variety Width
A= H KRR WHO #iE—2020 EiiikE PR
2025-08-25 . ) ] 401760 pcs
Date of Manufacturing Testing Standard | WHO Specification—2020 | Sampling Base
F%e H A , wmEHy
2025-08-26 £ 2025-09-03 2025-09-03
Date of Testing Date of Report
Digitall d ; DA,
by Volcovschi % H R BT
i\)dih;i& % G B R s Testing Result Evaluation
addy 36 15 R .
2026.01.28 o AQL . FERRAN | et
10-sFassipgftems Technique index A HE
Reason: No.of No.of  Unqualified AQL
cason: Testing Value Result
MoldSlgn Samples Samples
Stenatyre
% thodflipfA T (dm?
oo fm’ (dm?) >18.0 15.8-57.0 315 1 ,
};EE&—M Bursting Volume o
MOLBOVA 1.5 1 <1.5
Befor OFEANIEP Qualified
TEUR 2 >1.0 1.13-2.50 315 0
Aging Bursting Pressure
£ B | A (dm?
| R dm?) >18.0 15.8-57.0 315 1
TR Bursting Volume A
AR 1.5 1 <1.5 Qualified
er - ualifie
. FE7(cba) >1.0 0.93-2.30 315 1
Aging Bursting Pressure
SRR L FoEHAL =k
0.25 315 0 <0.25
Freedom From Holes No Holes Qualified
7= 5 T LR Tk e Bk
0.4 315 0 <0.4
Critical Visible Defects No Defects Qualified
ToAEAT AT WL %
A W3 T Dy s~ 8% HIFA B
0.4 315 0 <04
Visibly open package seals | No visibly sealing Qualified
opening
et e pRC 3 ik
2.5 32 0 <2.5
Package Integrity No Leakage Qualified
T I ik
. . 5504150 4.0 483-491 13 0 <4.0
Quantity of fubricant(mg) Qualified
KE ikt
>180 1.0 187-194 13 0 <1.0
Length (mm) Qualified
R~ W Gl
, . 5322 1.0 51.5-52.5 13 0 <1.0
Size Width (mm) Qualified
B aik
) 0.065+0.01 1.0 0.063-0.069 13 0 <1.0
Thickness(mm) Qualified
AR E e ik
. . 2.5 32 0 <2.5
Packaging and Labeling Qualified Qualified
BEHEHR | HakAH WHO MTE—2020 FREER.
Conclusion Conformed to WHO Specification—2020 and Customers Request.
Bt Verified by): #3CTF E#%( Evaluated by): A2 1855 (Filled by): £
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