CEPTUDPUKAT KAUECTBA

_...coorBercTBeHHQ EN 10204 -3.1
Ne 2302-089 [Tata: 09.02.2023
ITpoussopurtens: YAO "IlnasmaTex" KonTtparenr:
Ykpauna, 21036, Bunaunkas o00/1., BUHHHIKHIH p-H,
r.Bunnmna, yn. IlpaBegaukos mupa, 18
Haumenosanue AL Tt OO0 Bec, KI
: navyek, it
JyiekTpoapl cBapounsbie IJI-39 1 2.5 Mm : -
Craupgapt/Knaccupukanus EN ISO 3580-A- E CrMoV1B 22

AWS A5.5: E8018-B2
COCT 9466-75, 9467-75 3-09X1M®-I1JI-39 -2.5-

1/ E-17-520
IlapTusa Ne 001
MexaHnueckKue CBOﬁCTBﬂ’*‘!‘ﬁﬂJIaBJIEHHOFO METAJIJIQ e
Ilokazarenn Tunuuublie JaHHbIE dakTHUeCKHe JaHHbIEe
BpemenHoe conporusienue, MIla 2490 821
(H/mm?)
OTtHocuTenbHOE ya/IHeHne, % >16 22
YnapHas Baskoctb (KCU), Ix/cm? >78 175/188/197
+20°C
Ipepen Tekydectn, MlIIa (H/mm?) >343 758
XuMH4yecKUH aHa/IM3 HallJIaB/IeHHOT0 MeTaJljaaqa, %
IToka3aresnb TunuuHbie JaHHbIe : dakTHUyeckKne JaHHbIe
C <0.12 ) 0.08
Si 0.20 - 0.40 0.21
Mn 0.60 - 0.90 0.75
P <0.03 - 0.020
S <0.025 0.003
Cr 0.80 - 1.25 1.04
Mo 0.40 =040 : 0.62
)\ 0.12-0.30 0.13

IIpouseodumenb 2apanmupyem, umo Co0epxcaHue XUMUYeCKUX 3/1eMeHmMo8 U MeXaHUYecKux Ceolcme memannd wed
coomeemcmeyrom mpetosanusm EN ISO 3580, a makoice ycnosus nocmasku omseuarom mpebosanusam EN ISO 544.
it
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Location: Moldova
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