Builder-

100% COTTON
240 GSM / TWILL 3/1

Fabric name Builder-240

Fabric weight 240 £ 5gsm

Composition 100% Cotton

Full width 150+ 2cm

Weave twill 3/1

Finishes —

Area of use multi seasonal workwear

Washing instruction e
KOR2E

[
Digitally signed by 1c Vera
Date: 2026.02.18 13:25:18 EET
Reason: MoldSign Signature

. Ntd
Locatton:-Moldova

Physical properties*

| MOLDOVA EUROPEANA | warp weft
1 Tensile strength, N ISO 13934-1:2013 1400 800
2 | Tearing strength, N ISO 13937-3:2000 29 22
3 | Dimensional Stability To Washing, max. ISO 6330:2000 3.0% 3.0%
4 | Abrasion Resistance ISO 12947-2:2002 >20 000
5 | Pilling Resistance (after 1000 rev.) ISO 12945-2:2000 3-4
6 | cottonepolyesten) 60°, min. 150 105-€06:2010
Colour change | IS0 105-C06:2010 4-5
Colour staining| SO 105-C06:2010 4
7 Colour Fastness To Perspiration, min. ISO 105-E04:2013
Colour change 4-5
Colour staining 4
8 | Colour Fastness To Rubbing, min. ISO 105-X12:2001
Dry 3-4
Wet 2-3
9 | Colour Fastness To Light ISO 105-B02:2013 >4
* The values shown are indicative and may vary slightly from batch to batch.
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Test Report SLE20362G1TIGROITH Date:July 02,2020 Page 1 of 3
SHANGHA] XM GROUP LTD

ROOM 2403, ZHOMNGY] INTERMATIONAL BUILDING MO 1833, HORTH ZHOMGSHAN ROAD,. SHANGHAI
The following sample(s) wasivene submitted and identified on behall of the dient as.

Sample Description : Wigeen fabric (BLILDER-240; (BUILDER-240 100% cotton, 240 gem,
E\h-. xumn.ntzm i

Composition L AN 004 cotion

Sample Color P ANy 802

Proposed Cane Insructon '
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Test Report BLSZ03SZEITITEOITX Date:July 02,2020

SHANGHAI XM GROUP LTD
ROCM 2403, ZHONG Y| INTERMATIONAL BUILDING NO.1833, NORTH ZHONGSHAN ROAD, SHANGHAI

Page 1 af 2

The following sampliels) wastware submitbed and weniiied on behalfl of the clien &s:

Sample Description © {AYwowen fabnc (BLALDER-240: { BUHLDER-240,100% cotlon, 240 gsm,
Ovdor. XMT-20-023 )

Composition S (ANI0D% cotlon

Sampla Color {AOplical White 831

Signed for and on behall of
BGS-CESTC Standards Technical Sarvicas (Shanghai) Co,, Lid Testing Cenles

Homn Llan

Hatte Chen (Account Executive)
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Test Report SL52035261T35B01TX Date:July 02,2020 Page 1 of 3

SHANGHAI XM GROUP LTD
ROOM 2403, ZHONGY! INTERNATIONAL BUILDING NO. 1833, NORTH ZHONGSHAN ROAD, SHANGHA

The following samphais} wasiwere submitind and identified on behalf of the clant as;

Sample Description o (AjWeven fabric (BUILDER-240: { BURLDER-240,100% cotion, 240 gem.
Qrdar; XMT-20.023 )

Composition ¢ [AMIDD% coflon

Sample Colar i (AlPalace Blue £

Samphe Receidng Dabe
Testing Period

Test Results)

Test Parformesd

ices (Shanghai) Co.. Lid Testing Cenler

Hiztlie Chen (Accoun! Exgoutive}
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Test Report SLSZ03IS261TITIONTX Date:July 02,2020 Page 1 of 3
SHANGHAI X GROUPF LTD
ROOM 2403, ZHONGY! INTERNATIONAL BUILDMING MO 1633, NORTH ZHONGSHAN ROAD, SHANGHAI

The following sampleds) wastwers submitted and idenbfied on behall of the clant as;

Sarmpla Descriplion 4 Wiowen fabric ILDER-240; { BUILDER-240,100% cotion, 240 4
Erd‘ar‘. :m-m.ug'; -

Comipoaition o {AN100% cotton

Sample Color o (AlGrey #LTI0

Praposed Care Instriscion

Bampla Recaiving Date
Testing Poniod
Test Resullis)

rapoit refar only 1o tha
the following pageis).

| Saivieas (Shanghal) Co.. Lid Testing Canler
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STANDARD BEWO 084394
100 TESTEX

This certificate BEWO 084394 is valid until
15.08.2026.

SUPPORTING DOCUMENTS

v Test report : BJO15 266840.1

v Declaration of conformity in accordance with
EN ISO 17050-1 as required by OEKO-TEX"

v OEKO-TEX® Terms of Use (ToU)

N

Matz Bachmann
Managing Director

Nelbddhy

Janing Huchelmeister
Ecology Team Leader

Zurich, 2025-07-24
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