
Washers DIN 125A, white zinc plated, class 5.8
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М-4 8.64-9.00 Acc. 4.30-4.48 Acc. 0.70-0.90 Acc.

М-5 9.64-10.00 Acc. 5.30-5.48 Acc. 0.90-1.10 Acc.

М-6 11.57-12.00 Acc. 6.40-6.62 Acc. 1.40-1.80 Acc.

М-8 15.57-16.00 Acc. 8.40-8.62 Acc. 1.40-1.80 Acc.

М-10 19.48-20.00 Acc. 10.50-10.77 Acc. 1.80-2.20 Acc.

М-12 23.48-24.00 Acc. 13.00-13.27 Acc. 2.30-2.70 Acc.

М-14 27.48-28.00 Acc. 15.00-15.27 Acc. 2.30-2.70 Acc.

М-16 29.48-30.00 Acc. 17.00-17.27 Acc. 2.70-3.30 Acc.

М-18 33.48-34.00 Acc. 19.00-19.33 Acc. 2.70-3.30 Acc.

М-20 36.38-37.00 Acc. 21.00-21.33 Acc. 2.70-3.30 Acc.

Remark: Acc. Stands for acceptable

Element C% Si% Mn% P% S% Ni%

Ratio 24 30 40 4 4.5 0.3

Inspection date: 2016.1.15

Inspector:Li Jun

Material：Q235

Chemical composition & Technical specification

Nanjing Jingning Quality Inspection Company

Quality Certificate
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