CEPTU®UKAT UCTNBLITAHWM 310 ot 15 uiona 2023 1.

R e INSPECTION CERTIFICATE 310
i (EN 10204-3.1)
PesynsTathl UCNbLITAHWA TecT result
XUMUYECKWIA coCTae cTanv MexaHuJeckue ceoicTea
Chemical steel composition Mechanical properties
Maccosas [ons anemenTos,% Mpepen | Mpeaen
; npoyHocT | Y ANMHEH
Homep Element mass fraction,% TeKy4ecT b
nnasku v Yield " Elonaali Warub
HeatNe | C | Mn [ Si 8 P Cr | Ni | Cu| N2 |CEV | V point | Tensile %z
%100 | x100 | x100 | x1000|x1000| x100 | x100 | x100 |x1000{x100 | x100 | N/mmz2 | strength | ©7
ll‘nn‘)
1222164 | 11 41 1.3 35 16 3 1 1 g 10186} 3 422.0 294.0 30,0 ya

MpumeyaHwve:
Note:

2. Paamepsl TpyG B Npeaenax AONYCKoOB.
Pipe dimensions within the tolerance limits

4.

BuayarnbHbili KOHTPONbL MapKWPOBKA W ynakoska Bes aamedaHui.
Visual inspection marking and packing-without remarks.

100% HepaspyLualoLLuii KOHTPonbL TPy NpoBeaeH B cooTBeTCTaMM C TpebosaHuamn  EN

ISO 10893-2. HepaspyLuaoLwmii KOHTponb NPoBEeAeH C YAOBNETBOPUTENBHEIM PE3YNETaTOM.
100% nondestructive test is done according EN ISO 10893-2. Nondestructive test OK.

TpyBbl OTAYCKAKTCA NO hakTUYECKOMY BECY

Pipes are dispensed according to actual weight
YKasaHHble B HACTORALLEM [OKYyMEHTE TPpyObl COOTBETCTBYIOT MO KAYECTBY YCNOBMAM KOHTPaKTa.
Those in this paper tube is equal to the quality terms of the contract.
Declaration of quality properties Ne S235JRH-CPR-01

see in the Site :www.vek-pmr.com/p0036.htm

Moanuch 1 WwTamn
aKkcnepra

Signature and stamp
expert

17 0090
NeS235JRH-CPR-01

Digitally signed by Chiochiu Ivan
Date: 2024.03.31 16:41:25 EEST
Reason: MoldSign Signature
Location: Moldova
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