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TEST SERTIFIKASI e n—
2 : n m SAYFA/ PAGE NO
SEVK TARIH| / DATE OF DISPATCH 10,03.2025
*\\ TOSGELIK Profil ve Sac MILL TEST CERTIFICATE 5 N s
| Adress ‘Organize Sanayi Bolgesi Necati Ozsoy Cad, No:12 Sarmeki lskenderuny NAME & ADDRESS OF THE CUSTOMER ITI.CPR4PLOSR! TAROZHE SERTIFIKA NORMU / CERT NORM. EN 10204 3.1
oy T i METINVEST INTERNATIONAL SA el St 5 S (SipARIS NO/ ORDER NO
el toaceli@toscelicom.ir pnapr—— Fi NO / RECEIPT NUMBER 30000143667-796-771.796-702-414.773-706.799.854.703
SEFER NUMARAS! / EXPEDITION NUMBER 10001011408
Urtin Bilgisi ve Mekanik Testler/Product Information and Mechanical Tests
" " YUZEY NUMUNE YONO A
ou | eacme | v S coow | oemwwomw | WuE | oy | ow [ oe | F S |5 | em | om | e | ow | Oneg | weae | swee | YGRS | or e cosmia
1 | 25E1000068 | HRCPXGIX11 | 10,00x1500x8000 | 2485300704 EN 100252 B235.R+AR 309 407 31 G
2 | 25AB000178 | HRCPXGIX11 | 10,00x1500x6000 | 2485300711 EN 100252 5235JR+AR 308 415 2 )
3 | 251002722 | HRCPXGIX11 | 10,00x1 2486472148 EN 100252 S235JR+AR an 410 3 ]
4 | 25AB000171 | HRCPXGIX11 | 10,00x150048000 | 2488300688 EN 100252 S235.R+AR 312 405 30 G
5 | 2561000223 | HRCPXGIX11 | 10,00x1500%6000 | 2489300701 EN 10025-2 5235JR+AR 312 409 2 G
8 | 2561000224 | HRCPXGIX11 | 10,00x1500x6000 | 2489300701 EN 10025-2 5235JR+AR 312 408 32 )
7 | 2561003241 | HRCPXGIX11 | 10,00x1500:6000 | 2490471911 EN 100252 SZIBIRIAR 303 408 2 G
8 | 25E1003242 | HRCPXGIX11 | 10,00x1500x6000 | 2480471911 EN 100252 S235IR+AR 303 408 2 G
9 | 25E1002655 | HRCPXGIX11 | 10,00x150048000 | 2450471911 EN 100252 S235JR+AR 303 408 ) G
10 | 25AB000182 | HRCPXGIX11 | 10,00x1500x6000 | 2490471969 EN 100252 8235JR+AR an 408 2 G
11 | 25E1004025 | HRCPXGIX11 | 10,00x1500x8000 | 2493476413 EN 100252 5235JR+AR 310 401 31 G
12 | 2561004030 | HRCPXGIX11 | 10,00x1500x8000 | 2493476413 EN 100252 S235/R+AR 310 401 31 G
13 | 25E1004031 | HRCPXG1X11 | 10,00x1500x8000 | 2493476413 EN 10025-2 S2350R+AR 310 401 31 G
14 | 25E1003248 | HRCPXGIX11 | 10,00x15006000 | 2555300702 EN 100252 S235JR+AR 301 408 3 G
15 | 25E1003250 | HRCPXGIX11 | 10,00x1500x8000 | 2556300702 EN 100252 S235JR VAR 301 409 3 [
16 | 25E1003249 | HRCPXGIX11 | 10,00x1500:000 | 2555300702 EN 100252 5235JR+AR 301 [ 31 G
17
18
yasal Testier / Chemical Tests
SIRA| DOKOMNO | © sl s MN P AL CR MO NI cu N T v SN ] NB CEIW CEPCM
TEM | HEAT NO % % % % % % % % % % % % » % % % % %
1| 2489300888 | 014 | 0,017 0,001 0,67 0002 | 00329 0,01 0,01 0,040 | 00048 | 00011 | 00028 | 00036 0.0004
2 | 2485300711 | 014 | 0015 0,007 0,85 0,002 | 00569 0,01 0,01 0,000 | 00021 | 00010 | 00019 | 00006
3 | 2480471968 | 008 | 0010 0,008 047 0,008 | 00325 0,08 00112 0,09 0320 | 00086 | 00008 | 00022 | 00118 0,0016
4 | 2485300704 | 014 | G018 0,002 062 0,003 | 00348 0,03 0,01 0001 | 00035 | 00008 | 00024 | 0.0015
5 | 2489300701 | 015 | 0,017 0,002 0,63 0,003 | 00361 0,02 0,01 0010 | 00033 | 00010 | 00024 | 00024 0,0003
6 | 2480471911 | 015 | 0,013 0,010 0,55 0013 | 00520 0,03 0,0020 0,02 0030 | 00033 0,0010
7 | 2488472146 | 0,16 | 0015 0,008 0,56 0,013 | 00530 0,03 0.0030 0,02 0,020 | 00042 0,0010
® | 2565300702 | 014 | 0021 0,002 0,63 0,003 | 008 0,01 0,01 0.010 | 00030 | 00010 | 00027 | 00018 | 00001
9 | 2403476413 | 015 | 0,018 0,012 0,84 0,010 | 00610 0,03 0,0020 0,03 0,080 | 0,038 0,0020
5 AV
HRCP-SICAK RULODAN LEVHA/ HOT ROLLED COIL SHEET CUT TO LENGTH ONAY / APPROVED BY
¥S :Akma Muk./Yield Strength(Nimm*2) GELIK SERVIS MERKEZ] TESIS MODORO
TS :Cekme Muk./Tensile Strength{N/mm*2) STEEL SERVICE CENTER FACILITY MANAGER
E :Uzama/Elongation (%)
VDC: Gérsel Kontrol/ Visual&Dimensional Check
IE :Darbe Enerfisiimpact Energy
TT :Test Sicakiigy Test Temp.for Impact Testing("C)
B0 : Bkme/ Bending
: Matt/ Normal
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